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Herein,  hydroxypropyl-beta-cyclodextrin  (HP�CD)  inclusion  complex  (IC)  of a  hydrophobic  drug,  sul-
fisoxazole  (SFS)  was incorporated  in hydroxypropyl  cellulose  (HPC)  nanofibers  (HPC/SFS/HP�CD-IC-NF)
via  electrospinning.  SFS/HP�CD-IC  was characterized  by DSC  to investigate  the  formation  of  inclusion
complex  and  the  stoichiometry  of  the  complex  was  determined  by  Job’s  plot.  Modeling  studies  were
also  performed  on SFS/HP�CD-IC  using  ab  initio  technique.  SEM  images  depicted  the  defect  free  uniform
fibers  and  confirmed  the  incorporation  of  SFS/HP�CD-IC  in nanofibers  did not  alter  the  fiber  morphol-
ogy.  XRD  analyses  showed  amorphous  distribution  of  SFS/HP�CD-IC  in  the  fiber  mat.  Release  studies
were  performed  in phosphate  buffered  saline  (PBS).  The  results  suggest  higher  amount  of  SFS  released
from  HPC/SFS/HP�CD-IC-NF  when  compared  to free  SFS  containing  HPC nanofibers  (HPC/SFS-NF).
yclodextrin
ulfisoxazole
olecular modeling

This was  attributed  to  the increased  solubility  of  SFS  by inclusion  complexation.  Sandwich  configu-
rations  were  prepared  by  placing  HPC/SFS/HP�CD-IC-NF between  electrospun  PCL  nanofibrous  mat
(PCL-HPC/SFS/HP�CD-IC-NF).  Consequently,  PCL-HPC/SFS/HP�CD-IC-NF exhibited  slower  release  of SFS
as  compared  with  HPC/SFS/HP�CD-IC-NF.  This  study  may  provide  more  efficient  future  strategies  for
developing  delivery  systems  of hydrophobic  drugs.

©  2015  Elsevier  B.V.  All  rights  reserved.
. Introduction

Electrospinning is a well recognized and versatile technique for
roducing nanofibers from polymer solutions or polymer melts
ith the help of a very strong electric field [1]. Electrospun
anofibers and their nanofibrous mats are very good candidates for
se in biotechnology, textiles, membranes/filters, scaffolds, com-
osites, sensors due to their very high surface area to volume ratio,
anoporous structure and design flexibility for further functional-

zation [1,2]. Additionally, by given the morphological similarities
etween electrospun nanofibers and extracellular matrix, bioma-
erials for wound healing, drug delivery systems and scaffolds for
issue engineering could be developed through the electrospinning
1,2].
Certain hydroxyl groups of cellulose are substituted with
nother functional group yields its derivates. For example, hydrox-
propyl cellulose (HPC) is a non-ionic cellulose derivative which

∗ Corresponding author. Tel.: +90 312 290 3571; fax: +90 312 266 4365.
E-mail addresses: tamer@unam.bilkent.edu.tr, tameruyar@gmail.com (T. Uyar).

ttp://dx.doi.org/10.1016/j.colsurfb.2015.02.019
927-7765/© 2015 Elsevier B.V. All rights reserved.
can be synthesized by substituting with hydroxypropyl ether
groups [3]. HPC could be used in the field of biomedical engineer-
ing for drug delivery applications [4,5]. Hence, electrospun HPC
nanofibers also could be quite applicable in the area of biotech-
nology due to their distinctive characteristics as mentioned earlier.
However, as far as we can ascertain, in the literature there are only
few studies related to electrospinning of HPC [6–8]. Shukla et al.
have produced electrospun HPC nanofibers from ethanol and 2-
propanol solvent system [6]. In another study, Francis et al. have
obtained HPC nanofibers in aqueous solution using polyethylene
oxide as carrier matrix [7]. In the study of Periasamy et al. two
types of enzymes were immobilized in HPC nanofibers [8].

Cyclodextrins (CDs) are a class of cyclic oligosaccharides (Fig. 1b)
with several d-glucopyranoses linked by �-1,4-glycosidic bonds
[9]. The most common native CDs have 6, 7, or 8 glucose units which
are called as �-CD, �-CD and �-CD, respectively [10]. There are also
chemically modified CDs like hydroxypropyl-beta-cyclodextrin

(HP�CD) in which some of the hydroxyl groups are substituted with
hydroxypropyl groups. CDs are water-soluble molecules with rigid
and well defined molecular structures. CDs take the shape of a trun-
cated cone as shown in Fig. 1c [9]. As outstanding supramolecules

dx.doi.org/10.1016/j.colsurfb.2015.02.019
http://www.sciencedirect.com/science/journal/09277765
http://www.elsevier.com/locate/colsurfb
http://crossmark.crossref.org/dialog/?doi=10.1016/j.colsurfb.2015.02.019&domain=pdf
mailto:tamer@unam.bilkent.edu.tr
mailto:tameruyar@gmail.com
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ig. 1. Chemical structure of (a) sulfisoxazole, (b) HP�CD; schematic representation o
olution, (f) the release of SFS from HPC/SFS/HP�CD-IC-NF.

ith hydrophobic cavity, CDs are capable of forming non-covalent
omplexes with various compounds including poorly soluble drugs,
ntibiotics, and volatile compounds [9,10]. The inclusion complex
IC) formation in the CD systems is favored by substitution of
he high-enthalpy water molecules within the CD cavity, with an
ppropriate guest molecule of low polarity [9]. Here, each guest
olecule is enclosed within the hydrophobic cavity of the CD. CDs

nd applications in various fields such as pharmaceutical, cosmetic,
ood, chemical industries and agriculture [10]. For example, in food
ndustry they can suppress unpleasant odors and tastes. On the
ther hand they can improve the solubility and provide protection
gainst light or oxygen for guest compounds. Furthermore CDs can
elay the degradation or evaporation of guest molecules that are
ighly volatile [10]. In the context of pharmaceutical industry, the
olubility related problems of some drugs remain among the most
hallenging issues of the drug formulation, where CDs can enhance
olubility, dissolution rate, chemical stability and bioavailability.
nterestingly controlled release of poorly soluble drugs by means
f CD-IC [9,10] is worth mentioning. In particular, a chemically
odified CD like HP�CD is more suitable for the solubilization of

ydrophobic drugs, because of its better aqueous solubility com-
ared to native CDs [11]. It has been shown that CDs and CD-ICs
an be used in functionalization of electrospun nanofibers for dif-
erent applications like biomedical [12–17], filtration [18–20] and
ood packaging [21–26].

The sulfonamide drugs have a basic chemical structure compris-
ng a sulfanilamide group and five or six-membered heterocyclic
ing. Sulfisoxazole (SFS) (Fig. 1a) is a sulfonamide drug with an
xazole substituent. It is a weakly acidic in nature with antibiotic
ctivity and poorly soluble in water [27]. The low solubility of SFS
revents its fast dissolution and leads to poor availability at the
arget site. Hence in this study, SFS was selected as a model drug
or release experiments. There have been reports in the literature
egarding CD-IC of SFS to evaluate chemical stability, thermal sta-
ility and solubility before and after complexation [28]. Another
tudy deals with the characterization of IC via solubility, thermal
nd dissolution studies [29]. On the other hand, absorption and flu-
rescence spectra of sulpha drugs were analyzed in the presence
f CD-IC to determine the stoichiometry of sulpha drugs and �CD
27].
In this study, HPC nanofibers incorporating SFS (HPC/SFS-
F) and IC of SFS with HP�CD (Fig. 1d) (HPC/SFS/HP�CD-IC-NF)
ere obtained via electrospinning for our drug delivery system

Fig. 1e). Since HPC nanofibers are water soluble, HPC/SFS-NF and
P�CD, (d) SFS/HP�CD-IC, (e) electrospinning of nanofibers from HPC/SFS/HP�CD-IC

HPC/SFS/HP�CD-IC-NF mats were sandwiched between electro-
spun polycaprolactone (PCL) nanofibrous mats (PCL-HPC/SFS-NF
and PCL-HPC/SFS/HP�CD-IC-NF). PCL is a semi crystalline and
hydrophobic polymer that is commonly used for biomedical appli-
cations such as tissue engineering scaffold [30] wound dressing
[31] and drug delivery system [32], thanks to its biocompati-
bility and biodegradability. SFS/HP�CD-IC was  characterized by
DSC and continuous variation technique (Job’s plot) in order to
investigate the stoichiometry of the IC. In addition, inclusion com-
plexation has been investigated by molecular modeling using ab
initio techniques. HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF were
characterized by SEM, XRD and UV-Vis spectroscopy. Release stud-
ies were performed in phosphate buffered saline (PBS) (Fig. 1f) and
quantified through HPLC. In addition, SFS (powder), HPC/SFS film,
HPC/SFS/HP�CD-IC film; HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF
were also used as control samples for release studies.

2. Materials and methods

2.1. Materials

Hydroxypropyl cellulose (HPC, Mw ∼ 300,000 g/mol, Scien-
tific Polymer Products), polycaprolactone (PCL, Mn  ∼ 70,000–
90000 g/mol, Sigma Aldrich), sulfisoxazole (SFS, min. 99%, Sigma
Aldrich), hydroxypropyl-beta-cyclodextrin (HP�CD, average sub-
stitution degree per anhydroglucose unit 0.6, Wacker Chemie
AG, Germany), ethanol (99.8%, Sigma Aldrich), dichloromethane
(DCM, extra pure, Sigma Aldrich), N,N-dimethylformamide pes-
tanal (DMF, Riedel), acetonitrile (ACN, chromasol, Sigma Aldrich),
methanol (extra pure, Sigma Aldrich), potassium phosphate
monobasic (Riedel de Haen), disodium hydrogen phosphate dodec-
ahydrate (Riedel de Haen), sodium chloride (Sigma Aldrich) were
purchased and used as received without any further purification.
The water used in experiments was distilled – deionized from a
Millipore Milli-Q ultrapure water system.

2.2. Preparation of solutions

Two types of SFS containing HPC nanofibers (HPC/SFS-NF and
HPC/SFS/HP�CD-IC-NF) were prepared by incorporating 9% SFS

(w/w, with respect to polymer). For producing HPC/SFS/HP�CD-
IC-NF, the amount of SFS was determined as 1:1 molar ratio with
HP�CD, and the same amount of SFS was used for HPC/SFS-NF.
In order to prepare HPC/SFS-NF, SFS and 3% (w/v) HPC were
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Table  1
The properties of the solutions used for electrospinning and morphological characteristics of the resulting electrospun nanofibers (the fiber size is reported as the aver-
age  ± standard deviation and 100 fibers were analyzed for each case).

Solutions % HPCa (w/v) % HP�CDb (w/w)  % SFSa (w/w) Viscosity (Pa s) Conductivity
(�S/cm)

Fiber diameter
range (nm)

Fiber morphology

HPC 3 – – 0.435 2.52 125 ± 50 Bead free nanofibers
HPC/SFS 3 – 9.11 0.673 4.13 90 ± 40 Bead free nanofibers
HPC/HP�CD/SFS-IC 3 50 9.11 0.551 13.04 60 ± 25 Bead free nanofibers
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a With respect to solvent (ethanol).
b With respect to polymer (HPC).

issolved in ethanol (HPC/SFS solution), stirred overnight at room
emperature (RT) and subjected to electrospinning. With regard
o SFS/HP�CD-IC containing HPC solution (HPC/SFS/HP�CD-IC
olution), SFS was dissolved in ethanol at RT. Then 50% HP�CD
w/w, with respect to polymer) was added into the solution and
tirred overnight at RT. Finally, 3% (w/v) HPC was added into the
ystem, and dissolved for the electrospinning. For comparison,
e have also electrospun HPC in ethanol (3%, w/v) without SFS or

FS/HP�CD-IC. Table 1 summarizes the compositions of the solu-
ions used for the electrospinning of the nanofibers. To produce
CL nanofibers, 10% (w/v) PCL was dissolved in the binary solvent
ystem containing DMF:DCM (v/v) (3:1).

.3. Electrospinning of nanofibers and preparation of films

HPC, HPC/SFS, HPC/SFS/HP�CD-IC and PCL solutions were indi-
idually loaded into a 3 mL  plastic syringe with needle diameter
f 0.8 mm placed horizontally on the syringe pump (KD Scientific,
DS101). The flow rates of the polymer solutions were controlled
y syringe pump to ensure homogeneous flow and fixed at 1 mL/h.
he cylindrical metal collector was placed at a distance of 11 cm
rom the needle tip and covered by aluminum foil. The ground and
he positive electrodes of the high voltage power supply (AU Series,

atsusada Precision Inc.) were clamped to the collector and the
eedle respectively. The electrospinning apparatus was  enclosed

n a Plexiglas box, and electrospinning was carried out at 16 kV,
2 ◦C and 20% relative humidity.

SFS containing HPC films (HPC/SFS film and HPC/SFS/HP�CD-
C film) were prepared by solution casting method using the same
mounts of SFS, HPC and HP�CD. Note that the earlier described
rocedure was employed to prepare the various solutions for cast-

ng.

.4. Characterization and measurements

In order to investigate the thermal properties of SFS-HP�CD-IC,
owder of SFS-HP�CD-IC was obtained by evaporating the solvent.

n addition, physical mixture of SFS and HP�CD (SFS-HP�CD-PM)
as also prepared as control. The powders of SFS, HP�CD, SFS-
P�CD-PM and SFS-HP�CD-IC were analyzed with differential

canning calorimetry (DSC) (Netzsch, DSC 204FI). For DSC measure-
ent, SFS, HP�CD, SFS-HP�CD-PM were prepared in an aluminum

an, held isothermally at 25 ◦C for 3 min  and heated from 25 ◦C to
50 ◦C at a rate of 20 ◦C/min under nitrogen purge. SFS-HP�CD-IC
as subjected to heating and cooling cycles consisting of: hold-

ng isothermally at 25 ◦C for 3 min, ramping from 25 ◦C to 250 ◦C
t 20 ◦C/min, cooling at a rate of 20 ◦C/min down to 25 ◦C. It was
ubjected to a second cycle to investigate the change in thermal
ehavior following the first heat at a rate of 20 ◦C/min.

The stoichiometry of IC was investigated by the continuous
ariation technique (Job’s plot) [33]. Equimolar (10−4 M)  solutions

f SFS and HP�CD prepared in ethanol were mixed to a standard
olume varying the molar ratio (r, [SFS]/[SFS] + [HP�CD]) from 0 to

 while keeping the total concentration of each solution constant.
fter stirring the solutions for 1 h at RT, the absorbance of the
solutions was  measured by UV–Vis spectroscopy (Varian, Cary
100). The diagram was  plotted �Abs of SFS vs. r.

Anton Paar Physica MCR  301 rheometer was used to investigate
the viscosity of HPC, HPC/SFS, HPC/SFS/HP�CD-IC and PCL solutions
at RT. The rheometer was  equipped with a cone/plate accessory
(spindle type CP 40-2) at a constant shear rate of 100 sec−1. The con-
ductivity of solution was determined by Inolab® Multi 720-WTW
at RT.

Scanning electron microscopy (SEM, FEI–Quanta 200 FEG) was
used to examine the morphologies of the electrospun nanofibers.
The samples were mounted on metal stubs using a double-sided
adhesive tape and coated with Au/Pd layer (∼6 nm) (PECS-682) to
minimize the charging. Nearly 100 fibers were analyzed to calculate
average fiber diameter (AFD).

The crystalline structure of the materials was  examined with
X-ray diffraction (XRD). XRD data for the powder of SFS and
HP�CD; HPC NF, HPC/SFS-NF and HPC/SFS-HP�CD-IC NF mats were
recorded using a PANalytical X’Pert powder diffractometer apply-
ing Cu K� radiation in the 2� range of 5–30◦.

Since HPC is water-soluble, the sandwich configuration was
prepared by placing the HPC/SFS/HP�CD-IC-NF between PCL
nanofibrous mat  for achieving the controllable release rate (PCL-
HPC/SFS/HP�CD-IC-NF). The facile pressure is given by thumb
forceps at open face of the membrane to wrap the structure. The
same procedure was applied to prepare sandwich configuration
of HPC/SFS-NF (PCL-HPC/SFS-NF). As control, the release of SFS
(powder), HPC/SFS film, HPC/SFS/HP�CD-IC film, HPC/SFS-NF and
HPC/SFS/HP�CD-IC-NF were also tested. A total immersion method
was used to study the cumulative release profiles of SFS from
the composite mats and control samples where the thickness of
composite mats is ∼400 �m (determined by Zeiss Axio Imager
A2 m optical microscope). In this technique, each of the composite
mats including 24 mg  HPC/SFS-NF or 37 mg  HPC/SFS/HP�CD-IC-
NF and 30 mg  PCL nanofibers and the control samples with same
amount of SFS were immersed in 30 mL  of phosphate buffered
saline (PBS) medium at 37 ◦C at 50 rpm. At predetermined time
intervals between 0 and 720 min, 0.5 mL  of the test medium was
withdrawn and an equal amount of the fresh medium was refilled.
The released amount of SFS was determined by high performance
liquid chromatography (HPLC, Agilient, 1200 series) equipped with
VWD  UV detector. The column was  2.1 mm × 50 mm,  contained
3 �m packing (ACE, C8) and the detection was  accomplished at
270 nm.  Mobile phase, flow rate, injection volume and the total run
time were 100% ACN, 0.1 mL/min, 20 �L and 4 min, respectively. The
calibration samples were prepared in ethanol. According to pre-
determined calibration curve for SFS, the data were calculated to
determine the cumulative amount of SFS released from the samples
for each specified immersion period. The experiments were carried
out in triplicate and the results were reported as average ± standard
deviation.

In order to determine the actual loading (%) of SFS in nanofibers,

a known weight of the sample was  dissolved in ethanol and the
amount of SFS in the sample was  measured by HPLC in tripli-
cate. According to calibration curve prepared in ethanol, the total
amount of SFS in the sample and actual loading (%) was  calculated.
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ig. 2. DSC thermograms of first heating scan of SFS, HP�CD, SFS/HP�CD-PM,
FS/HP�CD-IC and second heating scan of SFS/HP�CD-IC.

he experiments were carried out in triplicate and the results were
eported as average ± standard deviation.

To determine the solubility of SFS in each fiber, certain con-
entration of SFS (powder) (0.094 mM)  and the same amount of
FS containing HPC/SFS/HP�CD-IC-NF were dissolved in water. For
omparison, HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF were scaled to
he same weight. Lastly, UV absorbance of SFS in the samples was

easured at 270 nm via UV–Vis–NIR spectroscopy (Varian, Cary
000).

.5. Computational method

The structures of SFS, pristine �-CD [34], HP�CD, and their
Cs were optimized by using ab initio methods based on density
unctional theory (DFT) [35,36] implemented in the Vienna Ab ini-
io simulation package [37,38]. The initial geometry of �-CD was
btained from Cambridge Structural Database [39]. HP�CD is con-
tructed manually by adding four 2-hydroxypropyl groups on the
rimary groups of �-CD corresponding to a substitution degree
er anhydroglucose unit of 0.6 which was compatible with the
xperiments [40]. The exchange-correlation was  treated within
erdew-Burke-Ernzerhof parametrization of the generalized gradi-
nt approximation (GGA-PBE) [41] with inclusion of Van der Waals
orrection [42]. The element potentials were described by projector
ugmented-wave method (PAW) [43] using a plane-wave basis set
ith a kinetic energy cutoff of 400 eV. The Brillouin zone integration
as performed at the �-point. All structures were considered as

solated molecules in vacuum and were relaxed using the blocked-
avidson algorithm with simultaneous minimization of the total
nergy and interatomic forces. The convergence on the total energy
nd force was tested and then set to 10−5 eV and 10−2 eV/Å, respec-
ively.

. Results and discussion

.1. Thermal properties of SFS/HPˇCD-IC

DSC thermograms of the powder of SFS, HP�CD, SFS-HP�CD-PM
nd SFS-HP�CD-IC are displayed in Fig. 2. The DSC curve of pure
FS exhibited a sharp endothermic peak at 203 ◦C (�H = 115.4 J/g)
orresponding to the melting point of SFS [29]. The thermal
ransition of HP�CD ranged from 40 ◦C to 170 ◦C corresponding to
ehydration of HP�CD-ring cavity, and appears as an endothermic

ransition with an enthalpy of 184.1 J/g. The endothermic transition
f SFS was retained in SFS-HP�CD-PM (between 170 ◦C and 205 ◦C),
nd a broad endothermic transition corresponding to dehydration
f HP�CD appeared in the range of 40 ◦C to 160 ◦C. The enthalpies
Fig. 3. Continuous variation plot (Job’s plot) for the complexation of SFS with HP�CD
obtained from absorption measurements.

of the above-mentioned transitions were 12.97 J/g and 169.2 J/g,
respectively. These transitions observed in DSC thermogram of
SFS-HP�CD-PM might be attributed to the presence of less or
no interaction between SFS and HP�CD. When crystalline guest
molecules form IC with CDs, the melting point either shifts or
disappears in the DSC thermogram [29]. Notably, in DSC thermo-
gram of SFS/HP�CD-IC the melting of SFS is not observed, however
endothermic transitions between 40–80 ◦C and 80–190 ◦C were
observed during the first heating scan. The disappearance of an
endothermic peak of a guest molecule can be attributed to an
amorphous state and/or to an inclusion complexation in which
guest molecules being completely included into the cavity of
CD by replacing water molecules. Moreover, no transition was
observed in the second heating scan of SFS/HP�CD-IC. In the first
heating scan of SFS/HP�CD-IC, the enthalpies of the endothermic
transitions were 1.91 J/g and 58.78 J/g, respectively. Therefore, the
enthalpies of transitions of SFS/HP�CD-IC were much smaller than
those of SFS/HP�CD-PM. The enthalpy reduction also shows the
interaction between SFS and CD in SFS/HP�CD-IC [44].

3.2. Stoichiometry determination by the continuous variation
method (Job’s plot)

The continuous variation method (Job’s plot) was used to deter-
mine the stoichiometry of SFS/HP�CD-IC. According to this method,
maximum point of the molar ratio (r) corresponds to the complexa-
tion stoichiometry. The plot in Fig. 3 shows the maximum at a molar
ratio of about 0.5, indicating that the complexes were formed with
1:1 stoichiometry.

3.3. Molecular modeling of SFS/HPˇCD-IC

The stability of CD-ICs when SFS included in HP�CD is exam-
ined by first-principles modeling techniques. Firstly, HP�CD is
manually built by adding four 2-hydroxypropyl groups on the
primary groups of pristine �-CD corresponding to a degree of
substitution of 0.6. Various decoration patterns of substituents are
considered (e.g. 1-2-3-4, 1-2-5-6, 1-3-5-7 where numbers indicate
the relative position of substitution glucoses) [40,45]. The opti-
mization results do not indicate any significant energy differences
on the substituent pattern. On the other side the O-H interaction
between substituents reduces the energy to some extent (up to
10 kcal/mol), thus hydroxypropyl (HP) arms may  prefer to get

closer as shown in Fig. 4b. Accordingly we consider 1-3-5-7 pattern
as prototype and examine the possibility of IC formation. In order
to form a complex, single SFS molecule is introduced into HP�CD
at various positions. In addition, two different orientations are
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ig. 4. Side and top view of optimized structures of SFS/HP�CD-IC when HP arms
ulfur  atoms, respectively. O H bonding between HP groups are indicated by dash
eferred  to the web  version of this article.)

onsidered where NH2- or CH3-end points toward cavity. For
ach case the whole system is optimized without imposing any
onstraints. The lowest energy configurations are shown in Fig. 4.
he complexation energy (Ecomp) is calculated by

comp = EHP�CD + ESFS − EHP�CD+SFS

here EHP�CD, ESFS, EHP�CD + SFS is the total energy (including van der
aals interaction) of HP�CD, SFS, and SFS/HP�CD-IC, respectively.

comp is calculated as 35.05 and 32.49 kcal/mol for open and close
P arms, respectively. When HP arms get closer narrowing the

im, Ecomp slightly reduces. Our results are in agreement with the
ob’s plot and support the formation of stable IC of SFS and HP�CD

ith 1:1 molar ratio.

.4. Morphology of the nanofibers

Based on our preliminary experiments, ethanol was  chosen
s a solvent for dissolving both HPC and SFS. The concentration
f HPC was determined as 3% (w/v) in ethanol to yield bead-free
anofibers. The amount of SFS (9%, w/w, with respect to HPC) was
et at a 1:1 ratio with HP�CD in SFS/HP�CD-IC. Fig. 5 displays SEM
mages and AFD along with fiber diameter distributions of HPC
F, HPC/SFS-NF and HPC/SFS-HP�CD-IC NF. By optimizing the
lectrospinning parameters, we were able to obtain bead-free and
niform nanofibers from HPC, HPC/SFS and HPC/SFS-HP�CD-IC
ystems. The AFD of HPC NF was 125 ± 50 nm,  whereas AFD of elec-
rospun HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF were 90 ± 40 nm
nd 60 ± 25 nm,  respectively. The slight decrease in AFD could be
xplained by differences in conductivity and viscosity of HPC/SFS

nd HPC/SFS/HP�CD-IC solutions compared to HPC solution
Table 1). Stable jet formation usually depends on sufficiently
igh surface charge densities which are influenced by applied
oltage and the electrical conductivity of the polymer solution. As
) open and (b) close. Gray, red, and yellow spheres represent carbon, oxygen, and
es. (For interpretation of the references to color in this figure legend, the reader is

the conductivity of a solution increases, the stretching increases
due to the higher number of charges formed in the solution
which thins the diameter of the fiber [46]. In addition, viscosity is
important for the continuity of jet during electrospinning while
lower viscosity leads to lower diameter nanofibers [47]. HPC/SFS
and HPC/SFS/HP�CD-IC solutions have much higher conductivity
and slightly higher viscosity than HPC solution; thereby AFD of
HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF were lower than HPC
nanofibers. Moreover, HPC/SFS/HP�CD-IC-NF was  thinner than
HPC/SFS-NF possibly due to the higher conductivity and slightly
lower viscosity of the parent solution.

Furthermore, we  investigated the effect of SFS incorporation in
the form of free SFS and SFS/HP�CD-IC on nanofiber morphology.
Incorporation of SFS in HPC nanofibers did not deteriorate the shape
and uniformity. Moreover relatively thinner fibers were obtained
due to the higher conductivity of HPC/SFS and HPC/SFS/HP�CD-IC
solutions. On the other hand, neither drug crystals nor aggregates
were observed on the surfaces of nanofibers. Phase separation is
not likely to occur as SFS is highly soluble in the HPC/ethanol
system, while the solvent (ethanol) evaporates rapidly during
electrospinning. For release experiments, sandwich-like compos-
ite mats were prepared in which the inner layer was  HPC/SFS-NF
or HPC/SFS/HP�CD-IC-NF mat  and outer layers were electrospun
PCL nanofibrous mat. SEM image and AFD (260 ± 110 nm)  along
with fiber diameter distributions of bead-free and smooth PCL
nanofibers is shown in Fig. 5d.

3.5. Crystalline structure of nanofibers
XRD was performed to investigate the crystallinity of the
samples. Fig. 6 represents the XRD patterns of the powder of
SFS and HP�CD; HPC NF, HPC/SFS-NF and HPC/SFS-HP�CD-IC
NF mats. XRD pattern of as received SFS indicated that SFS is a
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Fig. 5. SEM images and fiber diameter distributions with average fiber diameter (AFD) of the electrospun nanofibers obtained from solutions of (a) HPC, (b) HPC/SFS, (c)
H

c
N
h
t
a
c
s
h
t
t
n
s
a
I
T
C

PC/SFS/HP�CD-IC  and (d) PCL.

rystalline material with characteristic diffraction peaks. The HPC
F diffraction exhibits a diffused pattern with two  diffraction
alos which show that the polymer is amorphous. In HPC/SFS-NF,
he characteristic peaks of SFS were absent and only a hump of the
morphous form is noticed. This suggests that SFS was  no longer in
rystalline state; apparently it was converted into an amorphous
tate. In HPC/SFS ethanol solution, SFS is well solubilized and
omogeneously distributed within the polymer solution, so during
he electrospinning process, drug mobility is restricted due to
he rapid evaporation of the solvent and the SFS molecules could
ot form crystalline aggregates. The absence of any intense and
harp peak in the pattern of HP�CD reveals that it possesses an

morphous structure. In the XRD pattern of HPC/SFS/HP�CD-
C-NF, the crystalline diffraction peak of SFS was also absent.
hat means SFS was in amorphous state in the HPC/SFS/HP�
D-IC-NF [48].
3.6. In vitro release study

The cumulative release (%) of SFS from different samples is given
in Fig. 7 as a function of immersion time. All samples depicted sus-
tained release behavior of SFS over a period of 720 min  (Fig. 7a).
SFS followed a typical dual-stage release profile from all of the
samples, an initial relatively fast release followed by a constant
release. HPC/SFS/HP�CD-IC-NF released much more amount of SFS
in total than SFS (powder) and HPC/SFS/HP�CD-IC film. This could
be due to the high surface area of HPC/SFS/HP�CD-IC-NF compared
to SFS (powder) and HPC/SFS/HP�CD-IC film. The actual loading
(%) of SFS in HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF were deter-

mined as 76 ± 1% and 73 ± 1%, respectively. However, total amount
of released SFS was much higher from HPC/SFS/HP�CD-IC-NF than
HPC/SFS-NF. Possible reason for this could be the higher surface
area of HPC/SFS/HP�CD-IC-NF due to the lower fiber diameter as
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Fig. 6. XRD patterns of SFS, HP�CD, HPC NF and HPC nanofibers containing SFS.

Fig. 7. The cumulative release of SFS from SFS (powder), HPC/SFS film,
HPC/SFS/HP�CD-IC film, HPC/SFS-NF without PCL, HPC/SFS/HP�CD-IC-NF without
PCL,  PCL-HPC/SFS-NF and PCL-HPC/SFS/HP�CD-IC-NF for (a) 720 min, (b) 120 min
(n  = 3, the error bars in the figure represent the standard deviation (SD)), and (c) the
solubility of SFS as powder, in HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF in aqueous
solution.
iointerfaces 128 (2015) 331–338 337

compared to HPC/SFS-NF and the presence of CD-IC that has higher
solubility of SFS.

The release of SFS from powder sample was quite fast, thus
the release reached to maximum (58%) in 120 min. Moreover,
the release of SFS was faster from HPC/SFS/HP�CD-IC film than
HPC/SFS/HP�CD-IC-NF initially, but over a longer immersion
period, the release of SFS from HPC/SFS/HP�CD-IC film was slower
(Fig. 7b). The initial fast release of SFS from HPC/SFS/HP�CD-IC
film could be the location of SFS close to the surface in films
due to the slow evaporation of the solvent during casting. On
the other hand, high specific surface area of nanofibers provides
higher accessibility for the drug to be in contact with the dis-
solution medium, thus accelerated drug-release. Moreover, the
highly porous, three-dimensional structure of the nanofibrous
mat  can facilitate the dissolution of the drug in the medium
and promote a rapid drug release [49]. In order to extend the
release time of SFS from HPC/SFS-NF and HPC/SFS/HP�CD-IC-NF,
we have prepared PCL-HPC/SFS-NF and PCL-HPC/SFS/HP�CD-IC-
NF. SFS release from PCL-HPC/SFS-NF was  slower compared to
HPC/SFS-NF without PCL and PCL-HPC/SFS/HP�CD-IC-NF released
SFS slower than HPC/SFS/HP�CD-IC-NF without PCL because of the
presence of an extra layer for release of SFS. As a consequence, PCL-
HPC/SFS/HP�CD-IC-NF exhibited a rapid release at the initial stage
and then sustained release at the final stage. This might be cru-
cial for many applications that are related with the prevention of
bacteria proliferation. Bringing to the context, higher release at the
initial stage is of great importance which limits the proliferation of
bacteria in the beginning while sustained release inhibits the few
bacteria which managed to proliferate [50].

HPC/SFS/HP�CD-IC-NF released higher amount of SFS in the ini-
tial stage and in each time period given on the graph; and the
maximum amount of released SFS was almost 14% higher as com-
pared to HPC/SFS-NF. As we mentioned before, this situation might
be related with the existence of HP�CD in the matrix [51]. CDs
have ability to enhance drug release from polymeric systems, since
they increase the concentration of diffusible species within the
matrix [52]. When a hydrophobic drug makes complex with CD
its solubility increases considerably where CD-IC is usually more
hydrophilic than the free drug. The nanofibers containing CD-IC
wet easier and the structure disintegrates dissolving the substance
quickly [51,53]. The enhancement in the solubility of SFS with
HPC/SFS/HP�CD-IC-NF was  verified by solubility test. The UV–Vis
spectroscopy of SFS (powder), HPC/SFS-NF and HPC/SFS/HP�CD-
IC-NF dissolved in water is shown in Fig. 7c. HPC/SFS-NF allows the
SFS drug to be dispersed in the medium which facilitates its disso-
lution. Although same amount of SFS was used for each sample the
solubility of SFS has increased much more in HPC/SFS/HP�CD-IC-
NF. Additionally, the presence of CD may  lower the required dose
of an active molecule by improving its solubility. Consequently,
HPC/SFS/HP�CD-IC-NF could be used as an efficient drug delivery
system for wound dressing purpose.

4. Conclusion

The concept of employing electrospun nanofibers as matrix
and improving the solubility of hydrophobic compounds by CD-
ICs are well-known approaches those have been investigated.
Therefore, we  have anticipated that combination of drug/CD-IC
and versatile electrospinning process could enable HPC nanofibers
to be used for the delivery of a variety of hydrophobic drugs.
Here, SFS was used as a model drug to study its release kinet-

ics from electrospun HPC nanofibers incorporating SFS/HP�CD-IC.
The stoichiometry of the complex between SFS and HP�CD was
determined to be 1:1 by Job’s plot. Furthermore, modeling stud-
ies performed using ab initio techniques also revealed that the
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toichiometry of the SFS/HP�CD-IC was 1:1 (SFS:HP�CD). There-
ore, the results of molecular modeling are in good agreement with
he experimental data. SFS release from PCL-HPC/SFS/HP�CD-IC-
F that was prepared by placing HPC/SFS/HP�CD-IC-NF between
CL nanofibrous mats was slower compared to HPC/SFS/HP�CD-
C-NF without PCL. Controlled release of SFS was attained from
PC/SFS-NF and HPC/SFS-HP�CD-IC NF for a period of 720 min, yet
e observed that higher amount of SFS was released from HPC/SFS-
P�CD-IC-NF when compared to HPC/SFS-NF. This is possibly due

o the property of CD-IC to enhance the solubility of hydrophobic
FS molecules via inclusion complexation with HP�CD and higher
urface area of HPC/SFS/HP�CD-IC-NF compared to HPC/SFS-NF.
s a result, PCL-HPC/SFS/HP�CD-IC-NF depicted slow release and
ighest amount of total SFS release. This study contributes to the
xisting literature for improving CD-IC functionalized electrospun
anofibers that might be used as wound dressing with character-

stics of both CD and electrospun nanofibers for delivery of poorly
oluble drugs.
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