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While nanowires and nanospheres have been utilized in the design of a diverse array of nanoscale devices,
recent schemes frequently require nanoscale architectures of higher complexity. However, conventional
techniques are largely unsatisfactory for the production of more intricate nanoscale shapes and patterns, and
even successful fabrication methods are incompatible with large-scale production efforts. Novel top-down,
iterative size reduction (ISR)-mediated approaches have recently been shown to be promising for the
production of high-throughput cylindrical and spherical nanostructures, though more complex
architectures have yet to be created using this process. Here we report the presence of a hitherto-undescribed
transitory region between nanowire and nanosphere transformation, where a diverse array of complex quasi
one-dimensional nanostructures is produced by Rayleigh-Plateau instability-mediated deformation during
the progress of a combined ISR/thermal instability technique. Temperature-based tailoring of
architecturally diverse, indefinitely long, globally parallel, complex nanostructure arrays with high
uniformity and low size variation facilitates the development of in-fiber or free-standing nanodevices with
significant advantages over on-chip devices.

A

dvances in nanoscale fabrication and characterization methods1–5 have led to fundamental changes in the
scientific understanding of many fields, and many prototype designs6–8 have been well-established using
these nanotechnology toolkits. However, the current generation of nanoscale materials, such as nanowires
and nanospheres, are not complex enough to serve as building blocks for the design of well-ordered and multifunctional systems analogous to these found in nature9. It is therefore necessary to devise engineering techniques10,11 by which one can exercise a greater level of control over material properties, shapes, morphologies and
assembly mechanisms that may facilitate the design of various devices with novel optical, mechanical, thermal
and electrical properties12–16.
While there is much interest in the synthesis of architecturally complex and diverse nanoconfigurations,
current fabrication methods are incapable of producing such nanoscale elements with efficiencies similar to
the large-scale, low-cost, high precision synthesis mechanisms characteristic of biological materials. Bottom-up
approaches17–21 are exclusively applicable to the low-throughput production of deep-nanosize structures, and
suffer from large variations in product sizes, misalignment issues and the agglomeration of produced nanostructures. Meanwhile, top-down approaches22,23 are generally unsatisfactory for the fabrication of complex
nanostructures, and are instead utilized mostly for the production of larger particles. In addition, structures
obtained by many of these techniques24–26 are scattered on the target substrate and cannot be manipulated
individually or as arrays, necessitating a series of post-fabrication alignment processes that may greatly increase
production costs. Lithographic methods are likewise not cheap and rapid enough to be applicable for large-scale
fabrication efforts.
We had previously described a top-down nanofabrication method27, Iterative Size Reduction (ISR), where stepby-step reduction is utilized to decrease structure dimensions from macro- to nanosizes and produce 1D nanostructure arrays highly suitable for use in various applications28,29. Although ISR is conventionally limited to the
production of nanowires, this constraint has recently been overcome by utilizing Rayleigh-Plateau instabilities30,31
to thermally degrade ISR-produced nanowire arrays32. However, while the fabrication of spherical structures was
demonstrated using ISR and thermal degradation, more complex architectures have yet to be created using this
combination.
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Figure 1 | Fabrication of novel nanoschemes. Low temperature, multimaterial fiber drawing method used for the iterative size reduction of a
macroscopic layered rod down to core-shell nanowires. Microstructures obtained after the first thermal drawing step are cut in 10 cm strips, arranged in
hexagonal arrays of 360 microwires and embedded in dielectric polyethersulfone (PES) prior to a second drawing step. Kilometer-long, ordered As2Se3/
PVDF core-shell nanowires are obtained after the second step and can be fabricated in a broad nanowire diameter range (50 nm-1 mm). Structural
changes in a nanowire array subjected to heat treatment. Thermal compatibility of chalcogenide glass, PES and PVDF polymers permit the production of
different combinations of nanostructures. Gradual increases in temperature result in structural alterations in the nanowire, up to and including the
fragmentation of the core region. The structural transition can be halted at any point to obtain the desired nanomaterial configuration.

Figure 2 | Production of indefinitely long nanostructure arrays. (a), A 2 m nanowire array converted into core-shell nanospheres, demonstrating
that fibre integrity is not significantly altered by heat treatment, and that nanostructure arrays can be produced in macro-scale lengths by the present
method. Cross-sectional images demonstrate that (b), nanowire phase alignment is not compromised following the production of (c), nanosphere arrays,
but the out-of-phase alignment of parallel nanostructure arrays prevents the observation of all core features on a single cross-section. In addition to
sheath-embedded arrays, core-shell (d), nanowires and (e), nanospheres can be fabricated following the etching of the PES polymer sheath.
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Figure 3 | Characterization of fabricated nanostructures. Temperature-dependent structure formation observed by scanning electron microscopy.
Fabricated nanostructures are etched by dichloromethane and dispersed on glass prior to imaging. (a), Nanowires can be converted into (b), nanosprings,
(c), nanoshell-embedded rods, (d), nanopeapods, (e), nanochains and (f), core-shell nanospheres. Sizes of fabricated nanostructures depend on initial
nanowire thickness and are 200–300 nm for all images. FIB was used to obtain representative cross-sectional images of fabricated nanowires, chains and
core-shell spheres (inset).

Here we report the presence of a transitory region where a diverse
array of high-throughput, complex, quasi-1D nanostructures is produced from glass-polymer core-shell nanowires during the progress
of a rapid, easy to perform, cost-effective combined ISR-thermal
instability technique. Indefinitely long, globally-oriented, in-fibre
arrays of nanosprings, shell-embedded nanorods, shell-embedded
nanospheres (nanopeapods) and nanochains can be fabricated in
succession by halting the thermal degradation process prior to
core-shell nanosphere formation. Conceptual underpinnings behind
the fabrication of these structures are remarkable and especially
nanohelices, represent the first model of nanostructure formation
where the resultant structures obey a non-axisymmetric instability
condition.
Fabrication of in-fiber nanostructures. A combination of ISR and
thermal-manipulation processes is used for the production of nanostructure arrays from a multi-material macroscopic preform. In ISR,
amorphous preforms are conventionally drawn in a material-specific
temperature region in which viscous forces are balanced with an
applied mechanical stress, which facilitates uniform size reduction
and can be applied repeatedly until nanoscale structures are produced (Figure 1). We had previously described a multi-step iterative thermal fiber drawing process for 1D nanostructure production,
and use it here for the fabrication of core-shell As2Se3-PVDF nanowires. Briefly, a macroscopic preform is produced by successively
wrapping PVDF and PES films around an As2Se3 core and
drawing the composite structure in multiple elongation steps until
nanowires of desired sizes are obtained. Composite fibers with an
outer diameter of 400 mm are acquired after the first drawing step,
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embedded in a PES sheath in self-organized hexagonal arrays of 360
microfibers and redrawn to produce indefinitely long nanowire
arrays (see Methods for details). Macroscopic preforms are
typically reduced 50-fold in step I, and up to 1000-fold in step II
(Figure S1).
Heat treatment can then be utilized to induce structural transitions
in core-shell nanowires, mediated by the mutually compatible viscoelastic properties of the As2Se3 glass core, PVDF polymer shell and
PES matrix sheath, leading to the emergence of a series of nanostructures such as, nanosprings, shell-embedded nanorods, nanopeapods, nanochains until heat-induced fractionation results in the
production of core-shell nanospheres (Figure 1). Controlled synthesis of each scheme is achieved by altering the nanowire diameter
(d), process temperature (T) and/or process duration (t) within the
transitory range, which typically occurs in the 200–280uC region for t
5 2 min and d 5 90 nm and is increased for lower exposure times
(e.g. 220–300uC for t 5 10 sec and d 5 90 nm) and higher nanowire
diameters (e.g. 220–300uC, t 5 2 min and d 5 200 nm). The fabrication method is scalable across a wide size range and can be used
for the production of nano- and microscale structures by altering
initial structure profile and dimensions. Amorphous materials,
including many chalcogenide glasses, are advantageous for the utilization in these methods due to their continuous glass transition
temperatures. Further, since the fractionation behavior is initiated
by viscosity and surface tension differences between inner and outer
nanowire layers, a core-shell geometry is necessary for the production of the aforementioned nanostructures.
Heat treatment of PES-embedded nanowires does not compromise the structural integrity of the nanofiber, and indefinitely long
3
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nanostructures is demonstrated in step II nanowires by physically
restraining the initial wire during nanosphere formation at 300uC
and considering mass conservation. ‘‘Taut’’ (i.e. restrained with no
room for contraction) nanowires produce spheres with diameters
comparable with the initial structure, while ‘‘slack’’ microfibers contract during the process and form nanospheres with larger diameters
(Figure S5). We also demonstrate that the structures produced are
suitable for applications requiring precise control over material morphology and uniform material distribution, by characterizing the
cross-sectional uniformity of two 1.5 mm microchain links (Figure
S6). The high regularity observed in the core region is particularly
notable, which have a determinative effect especially on optical properties. This regularity is also reflected on the sizes of the produced
nanoparticles (see e.g. Figure S7 for a histogram of shell-embedded
nanorods, which possess standard deviation to diameter ratio of 7%).

Figure 4 | Numerical simulation of nanostructures. (a), COMSOL
Multiphysics software is used for the modelling of core-region
deformations. Formation of nanoschemes are simulated using the fluid
instability phenomenon. Nanosprings are produced at low temperatures
(215uC), where As2Se3 viscosity is very high. At higher temperatures,
viscosity decreases and the glass core is broken up into a series of rods,
while the production of nanopeapods is favored at temperatures around
230uC. (b), Process parameters controlling the formation of complex
structures. Nanosprings and nanorods are not stable at very high
temperatures, and complete nanospheres cannot be obtained at very low
temperatures. Spline lines and straight lines are used to discriminate
regions based on simulation results (points), while dotted lines represent
an extrapolation for regions where the simulation does not converge.
Transition regions correspond to intermediate stages of the formation of
complete and regular nanostructure shapes.

arrays can be produced for any of the schemes described. In addition,
the presence of the PES sheath renders the embedded nanostructure
arrays sturdy enough to be handled directly (Figure 2a). Heat-modified nanostructures also retain the profiles of the initial nanowire
(Figure 2b), but the out-of-phase alignment of parallel nanostructure
arrays prevents the observation of all nanostructures on a single cross
section (Figure 2c). The novel nanostructures also possess longrange alignment and high cross-sectional uniformity, which further
increases their utility especially in nanophotonics applications. In
addition, sheath-embedded core-shell configurations can be etched
by dichloromethane (DCM) to produce free-standing core-shell
nanostructure arrays (Fig. 2d, e), and core-only nanostructures can
be fabricated by the removal of the shell region via plasma etching or
exposure to PVDF-etching solvents (see Figure S2 for nanospring
production by plasma etching). DCM-etched nanowires readily
assemble into monolayers on glass surfaces, suggesting that the present method can also be utilized for the production of highly ordered
single-layer nanostructure arrays (Figure S3).
In-fiber nanostructures are characterized by SEM and FIB following the removal of the PES sheath by DCM etching (see Methods for
details). SEM imaging reveals that large-area arrays can be obtained
for each nanostructure configuration, and that uniform production
of a specific scheme can be accomplished by fixing the process
temperature (Figure 3a–f). Inter-structural distances and individual
nanostructure lengths are determined by the wavelength of thermal
instability which can be altered by changing the process temperature and duration (Figure S4). Precise size control of fabricated
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Modelling of heat-induced transition. The formation of spheres via
fluid instability is a well-attested and well-explained phenomenon31–37. However, models dealing with this phenomenon assume
only the presence of radial and axial instabilities and do not consider existence of non-axisymmetrical occasions, such as that examplified by nanosprings. Helical shape formation is instead explained by
purely mechanical models, as in the cases of gut formation38 and cucumber tendril coiling39. We present a fluid dynamics-based model
to describe the formation of nano-springs and other unconventional
nanoschemes, and utilize a two-dimensional simulation model to
support our observations. In the course of the heat treatment
process, nanosprings and rods form at relatively low temperatures
(200–220uC), where the PES sheath acts as a rigid wall against the
molten PVDF shell and the viscous As2Se3 core, and the molten shell
region tends to minimize its surface energy by increasing its
curvature. Our contact angle measurements (Figure S8) show that
the PVDF-As2Se3 interfacial energy is smaller than that of the PVDFPES interface. Consequently, the curvature formation leads to a
greater increase in the interface area of PVDF-As2Se3 compared to
the area of the PVDF-PES. Since the As2Se3 core is still highly viscous
at low temperatures, formation of necks requires high energy to form
in-phase PVDF arcs. Therefore, energetically less expensive PVDF
arcs formation with axial phase shift are most favorable. This axial
shift leads to formation of helices (non-axisymmetric instability
case). Increasing temperature reduces core viscosity and enables
that this shift reaches zero, hence the axisymmetric condition results in neck formation leading to shell embedded nanorod scheme
and the further decrease in As2Se3 viscosity triggers an increase in the
influence of the surface tension, hereby result in sphere formation.
Figure 4 shows the results of our simulations, which are performed
for the characterization of core fragmentation but can also be
extended to encompass the temperature range at which the shell
region is also deformed. Our simulation results suggest that nanowire deformation is initiated by the formation of core-shell As2Se3PVDF spirals at lower (205uC) temperatures (Video S1). Increasing
the temperature to 215uC induces nanowire fragmentation and rod
formation (Video S2), and at temperatures over 230uC resulting in
the formation of nanospheres (see Figure 3c, d for the general morphology of nanorods and nanospheres) (Video S3). Theoretical calculation results are in line with our experimental observations
(Figure 1). Nanowires can be induced to deform into any of the
aforementioned nanostructures by using a suitable combination of
temperature and process duration (Figure 4b). The phase diagram
shows that nanosprings and nanorods can be obtained at lower temperatures and in narrow intervals of process parameters, while nanospheres can be obtained at relatively high temperatures and with a
large process window. Transition regions represent transformations
(Figure S9) between two regular shapes (e.g. the yellow transition
region contains mixed phase of nanorods and nanospheres).
4
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Figure 5 | Characterization of colored core-shell nanospheres. (a), Scattering map describing the positions of the lower resonant modes. (b), Fields are
localized inside the nanostructure and exhibit a leaky-mode resonant behavior. Nanostructure hues can cover the whole visible spectrum using the first
resonant mode, with a linear dependence on size. (c), Large-area core-shell nanosphere arrays engineered for blue, green and red hues, with average
diameters of c. 130, 170 and 220 nm, respectively. (d), Analytical solutions for light scattering from spherical core-shell nanostructures are modeled with
Lorenz-Mie theory and overlap both with (e), FDTD simulation and (f), experimental scattering data measured by inverted dark-field microscopy.
Collective scattering from large area spheres with narrow size distributions result in uniform coloration and small shifts in scattering spectra.
Ellipsometric material parameters are used in FDTD and analytical calculations.

Functionality of nanostructures. We also show the optical potential
of our core-shell dielectric nanostructures by engineering a variety of
different nanoschemes for size-dependent structural coloring. As
nanospheres are well-characterized in Mie theory40–42 and find widespread application in nanoscale optics, here we concentrate on coreshell nanospheres and investigate their scattering properties. We
utilize the first mode of resonant light scattering, which is independent of polarization and displays vivid hues with linear dependence on particle size (Figure 5a, b). Colored core-shell nanospheres
span the whole visible spectrum within the size range of 100–
250 nm, with larger sizes corresponding to higher wavelengths.
The thermal basis of the fabrication technique results in a high
uniformity and smoothness, which prevents size-dependent shifts
in scattering spectra and allows the production nanosphere arrays
displaying uniform large-area coloration. Experimental data are
collected from large-area nanostructures and FDTD calculations
are performed for nanospheres with average core diameters of
130 nm, 170 nm and 220 nm, corresponding to blue, green and
red coloration, respectively (Figure 5c). We also model Mie scattering with analytical calculations based on Lorenz-Mie formalism,
and find our FDTD calculations and analytical results to be in
agreement for the diameter sizes tested (Figure 5d, e). In addition,
experimental findings are in line with theoretical calculations if we
ignore small variations associated with collective scattering from
large area sphere arrays (Figure 5f).
In addition to the characterization of core-shell nanospheres, we
provide large-area coloration images (Figure 6) and numerical simulations for the intermediate structures (Figure S10), though we leave
the detailed investigation of their properties outside the scope of this
SCIENTIFIC REPORTS | 4 : 4864 | DOI: 10.1038/srep04864

study. Large-area coloration of nanostructures produced by the combined ISR-thermal manipulation technique highlights a potential
area of application for the fabrication method and first to configure
large-area arrays of in-fiber nanospheres, nanosprings, shellembedded nanorods, nanopeapods and nanochains for their optical
functionality at the nanoscale. Any of the above-mentioned nanostructures can be produced as indefinitely long, colored arrays to be
utilized as scattering ingredients in paints, functional textiles and
color pixels in flexible display technology. In particular, in-fiber
nanosprings may also be utilized to great effect in photonics topological insulators43 and photonic metamaterials44; while freestanding nanospring arrays may find applications in enhanced
catalytic converters45, SERS substrates46, artificial olfaction47 and
energy storage48. Embedded discrete rods and spheres may enable
the fabrication of novel nanoantenna arrays49,50, and nanochains may
find potential use in solar thermal absorbers51, luminescent platforms52 and single electron transistors53. Core-shell nanospheres
can be used for a range of applications, including photonic crystal
barcodes54 and sensing applications55. Further, many promising
devices require the use of in-fiber nanomaterial arrays, and can be
produced with ease using our proposed fabrication platform. These
devices include dielectric metamaterials, dielectric nanoantenna,
novel types of coupled nanowaveguides, novel nonlinear waveguides,
nanoresonator arrays and functional nanobiomimetic devices
incorporating novel optical interaction strategies.

Discussion
Our present investigations complement the existing methodology for
the ISR-based production of complex nanostructures and render it
5
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Figure 6 | Large-area coloration of nanostructures embedded in polymer matrix. (a–f), Resonant Mie scattering-based coloration observed on
various fabricated nanoschemes. High uniformity and smoothness is paramount for large-area coloration and may result in size dependent color shifts
when compromised. Our fabrication method is able to achieve minimal variance in nanostructure diameters, and is not subject to such structural errors.
Sizes are 200–300 nm for all cases.

possible to utilize such methods for the generation of a great variety
of 0D/low aspect ratio, 1D and complex/quasi-1D nano-building
blocks in indefinitely long, ordered arrays, the diversity of which
can be further enhanced by mechanical transformation tools56,57
(Figure 7). In addition, the transition behavior associated with our
As2Se3–PVDF core-shell nanowires is expected to be applicable to
other material systems, and possibly to other fabrication techniques.
In particular, as long as the core-shell components meet certain
criteria (i.e. the materials are thermally compatible and their glass
transition temperatures follow a well-defined pattern), this method
can be extended to SiO2 glass-encapsulated Si, Ge, many metals (e.g.
Ag, Fe), phase change materials and magnetic materials. In addition,
many polymeric nanostructures can be obtained by using our technique. The controlled synthesis of such nanostructure arrays may
allow their integration into larger, self-assembled metastructures
closely matching the impressive and multi-faceted properties of biological nanostructures. ISR is particularly advantageous for the generation of macro-scale devices by nanomaterial assembly, as this
low-cost, high-throughput process is capable of generating globally
aligned, arbitrarily long nanostructures within a robust polymer
sheath that circumvents handling issues associated with previous
nanostructure platforms and allows the simple macroscopic manipulation of the composite fiber. The composite material is highly
promising for the development of in-fibre nanodevices with significant advantages over on-chip devices, such as the ability to utilize
flexible out of plane geometries in light weight, wearable and disposable devices. ISR-based methods also allow the convenient provision
of an electrical current to single nanostructures and nanostructure
SCIENTIFIC REPORTS | 4 : 4864 | DOI: 10.1038/srep04864

arrays, which can be easily accomplished by directly connecting the
fiber end facets to a source. In renewable energy applications, nanostructure-embedded fibres incorporated within large area photovoltaic devices can bridge the advantages of nanotechnology (e.g. high
efficiency) with the requirements of large scale production. The basic
capacity to produce single and multimaterial nanoarchitectures in
flexible fibres is so general and powerful that it can open up whole
new fields of basic and applied research and lead to a vast number of
novel device designs.

Methods
Arsenic selenide (As2Se3) glass rod synthesis. As2Se3 rods, 4 mm in diameter and
8 cm in length, are prepared by melting in a vacuum-sealed quartz tube followed by
water quenching. The weighted materials are placed in a quartz tube under nitrogen
atmosphere in a glove box (H2O, O2 below 0.1 ppm). The quartz tube is kept at 330uC
for a 2 hour under vacuum to remove surface oxides, sealed in a glass ampoule (1026
Torr), rocked for 18 h at 600uC and quenched in iced water prior to use.
Macroscopic composite preparation, consolidation and thermal size reduction.
The macroscopic preform for nanofiber fabrication is prepared in a clean pressure
flow room by wrapping a PVDF polymer film (6 mm diameter) around As2Se3 glass
rods (4 mm diameter), and subsequently wrapping a polyethersulphone (PES) film
around the core-shell structure until a final diameter of 25 mm is obtained. The
macroscopic fiber is then consolidated above the glass transition temperature of its
components (260uC for 30 minutes, under a 1023 Torr vacuum) and thermally drawn
in a custom-built fiber tower, specifications of which can be found in Ref. 27. Briefly,
the macroscopic structure is heated and drawn into 200 m of step I microwire in a
vertical two-zone furnace, with a top zone temperature of 275uC and bottom zone
temperature of 200uC. Drawing parameters such as drawing speed, down feed speed
and temperature are controlled thorough the fabrication process. PES sheaths for step
II nanowires are prepared by wrapping several layers of PES film around a Tefloncoated glass rod, consolidating the PES layers under 260uC and removing the Teflon-

6
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Figure 7 | Potential and implications of ISR-based device fabrication. ISR-based methods provide a convenient means for the cheap, large-scale,
straightforward fabrication of nanostructures. These methods rely on thermal basement and are highly complementary, allowing the production of a vast
number of distinct nanoarchitectures in well-ordered arrays within indefinitely long fibers. Each type of nano building-block supplies a new series of
features and conveniences for the generation of novel, highly efficient nanodevices.
coated rod to create a hollow tubing of PES. 360 step I microwires (diameter 5
0.4 mm, length 5 10 cm) are then inserted into each PES sheath and drawn into step
II nanowires, the diameters of which are controlled using a laser micrometer by
monitoring total fiber diameter. Arbitrarily long nanowires can be produced in a
broad diameter range (50–1000 nm) after step II, and the process can be repeated to
obtain smaller diameters (e.g. 10 nm after a ‘‘step III’’, identical to step II except with
nanowires, instead of microwires, as the initial material). The overall reduction factor
at the end of step II is 105.
Heat treatment of nanowire arrays. Prior to heat treatment, PES-embedded coreshell nanowire arrays are wrapped around a glass tube or placed on a glass substrate,
with and without edge restriction. Edge restriction fixes the macroscopic structure
and prevents the thermal contraction of the fiber during heat treatment, resulting in
fabricated structures bearing diameters comparable with that of the original
nanowire. Larger nanostructure diameters can also be obtained by restricting wire
ends in ‘‘slack’’ lines to partially allow thermal contraction, or by using free-standing
fibers. Heated fibers deform into nanosprings (205uC), shell-embedded discrete rods
(215uC), shell-embedded spheres (230uC), nanochains (250uC) and core-shell
nanospheres (270uC) with increasing temperatures (all values given are for 90 nm
nanowire arrays treated for approx. 2 min., and increase for larger nanowire
diameters). Production optimization is also performed for a fixed heating time (t 5
10 s.) and nanowire thickness (d 5 180 nm) to observe the transition between
different nanoconfigurations.
Nanostructure extraction. Dichloromethane (DCM) (Carlo Erba) is utilized to etch
the PES sheath covering the core-shell nanostructure arrays and expose the structures
for electron microscopy imaging. PES-embedded nanostructure arrays are placed on
a glass substrate, and the PES layer is etched by DCM drop cast directly onto the
surface. The exposed nanostructures are rinsed gently with DCM to remove residual
polymer. PVDF shells of core-shell nanostructures are highly resistant to DCM
etching, and are not damaged during the nanostructure extraction process.
Fluid dynamic simulation:. A two dimensional numerical finite element method
(FEM) simulations are performed using the COMSOL software for the modeling of
heat-mediated nanostructure deformation. A level-set function (x; y; t) is coupled
with Navier-Stokes equations58. The level-set function  is defined as a signed
distance function, where the interface between the two fluids is determined by the
level-set function at  5 0.5. The normal and curvature is determined from the level
+
+
^~
set function as n
and ^k~{+:
, respectively. The coupled Navier-Stokes
j+j
j+j
equation and the level-set function are simultaneously solved using the chemical
engineering module in the COMSOL software.
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