
Donor-acceptor pair recombination in AgIn5S8 single crystals
N. M. Gasanly, A. Serpengüzel, A. Aydinli, O. Gürlü, and I. Yilmaz 
 
Citation: J. Appl. Phys. 85, 3198 (1999); doi: 10.1063/1.369660 
View online: http://dx.doi.org/10.1063/1.369660 
View Table of Contents: http://jap.aip.org/resource/1/JAPIAU/v85/i6 
Published by the American Institute of Physics. 
 
Additional information on J. Appl. Phys.
Journal Homepage: http://jap.aip.org/ 
Journal Information: http://jap.aip.org/about/about_the_journal 
Top downloads: http://jap.aip.org/features/most_downloaded 
Information for Authors: http://jap.aip.org/authors 

Downloaded 07 May 2013 to 139.179.14.46. This article is copyrighted as indicated in the abstract. Reuse of AIP content is subject to the terms at: http://jap.aip.org/about/rights_and_permissions

http://jap.aip.org/?ver=pdfcov
http://aipadvances.aip.org
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=N. M. Gasanly&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Serpeng�zel&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Aydinli&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=O. G�rl�&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=I. Yilmaz&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.369660?ver=pdfcov
http://jap.aip.org/resource/1/JAPIAU/v85/i6?ver=pdfcov
http://www.aip.org/?ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://jap.aip.org/about/about_the_journal?ver=pdfcov
http://jap.aip.org/features/most_downloaded?ver=pdfcov
http://jap.aip.org/authors?ver=pdfcov


JOURNAL OF APPLIED PHYSICS VOLUME 85, NUMBER 6 15 MARCH 1999
Donor-acceptor pair recombination in AgIn 5S8 single crystals
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Photoluminescence~PL! spectra of AgIn5S8 single crystals were investigated in the 1.44–1.91 eV
energy region and in the 10–170 K temperature range. The PL band was observed to be centered at
1.65 eV at 10 K and an excitation intensity of 0.97 W cm22. The redshift of this band with
increasing temperature and with decreasing excitation intensity was observed. To explain the
observed PL behavior, we propose that the emission is due to radiative recombination of a
donor-acceptor pair, with an electron occupying a donor level located at 0.06 eV below the
conduction band, and a hole occupying an acceptor level located at 0.32 eV above the valence
band. © 1999 American Institute of Physics.@S0021-8979~99!03706-8#
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I. INTRODUCTION

The ternary semiconducting compound AgIn5S8 has
the same cubic spinel structure as CdIn2S4.1 AgIn5S8

crystal can be derived from the CdIn2S4, if the divalent
cadmium cation is replaced by the univalent silver cat
and the trivalent indium cation, according
CdIn2S45.@Ag1/2In1/2#t@ In2#oS45.Ag1/2In5/2S45.AgIn5S8.
Thus, in a AgIn5S8 crystal 1/5 of the indium atoms hav
tetrahedral~t! and 4/5 of the indium atoms have octahed
~o! coordinations. In the tetrahedral sublattice of AgIn5S8

crystal the ratio of structural vacancies to the cations~Ag and
In! is 1:3. Hence, AgIn5S8 crystal is a defect semiconducto
with a 25% vacancy concentration in the cation sublatti
The optical and electrical properties of AgIn5S8 have been
studied for photovoltaic applications.2,3 The energy band
gaps of AgIn5S8 for the indirect optical transitions are 1.8
eV at 300 K and 1.90 eV at 96 K. These energy band g
can be used in photovoltaic solar cell applications. Infra
~IR! reflection and Raman scattering spectra of AgIn5S8 have
also been investigated and analyzed.4–6

In this article, we present the results of a systema
experimental analysis of the photoluminescence~PL! of
AgIn5S8 single crystals in the 1.44–1.91 eV energy regi
and in the 10–170 K temperature range. The PL spectra
their temperature and excitation intensity dependencies w
studied in detail in order to propose a model for the reco
bination process of photoexcited carriers and a scheme
the impurity levels.

II. EXPERIMENTAL DETAILS

AgIn5S8 polycrystals were synthesized from particul
high-purity elements~at least 99.999%! prepared in stoichio-

a!On leave from Physics Department, Baku State University, Baku, A
baijan.

b!Author to whom correspondence should be addressed; electronic
aydinli@fen.bilkent.edu.tr
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metric proportions. Single crystals of AgIn5S8 were grown
by the modified Bridgman method. The x-ray diffraction pa
terns of AgIn5S8 revealed a single phase of cubic spin
structure. The obtained lattice constanta51.08286(8) nm
was in good agreement with those reported by sev
workers.1,2 In the PL measurements, samples with a typi
size of 83834 mm3 were used. The electrical conductivit
of the studied samples weren type as determined by the ho
probe method. The PL, excited by the 488 nm~2.54 eV! line
of a Spectra-Physics argon ion laser, was observed from
excitation laser illuminated surface of the samples in a dir
tion close to the surface normal. A CTI-Cryogenics M-2
closed-cycle helium cryostat was used to cool the crys
down to 10 K. The temperature was controlled within
accuracy of 0.5 K. The PL spectra in the 650–860 nm wa
length range were analyzed using a U-1000 Jobin-Yv
double grating spectrometer and a cooled GaAs photom
plier supplied with the necessary photon counting electr
ics. The PL spectra have been corrected for the spectra
sponse of the optical apparatus. A set of neutral-den
filters changed the excitation laser intensity from 0.02 to 0
W cm22.

III. RESULTS AND DISCUSSION

Figure 1 shows the PL spectra of AgIn5S8 single crystals
measured in the 1.44–1.91 eV energy region and in the
170 K temperature range at a constant excitation laser in
sity of 0.97 W cm22. We observed one broad band center
at Ep51.65 eV in the PL spectrum at 10 K. The emissi
band has a full width at half maximum~FWHM! of about
0.21 eV and has a slightly asymmetrical Gaussian line sh
These features are typical of emission bands due to do
acceptor pair transitions observed in terna
semiconductors.7 We also note that the peak energy positi
and the emission band intensity change with temperature

In Fig. 2 we present the peak energy position, wh
shifts towards lower energies with increasing temperatu

r-

il:
8 © 1999 American Institute of Physics

 Reuse of AIP content is subject to the terms at: http://jap.aip.org/about/rights_and_permissions



re
a

e
e

th
r p

e
m

s
u

th

nd
s a
An

he
at
w
l
e

nts
-
as

s-

ser
nd
ci-
or-
e
er-

lue-
es,
ng
airs,

er
rgy
ed

llow
-

band

3199J. Appl. Phys., Vol. 85, No. 6, 15 March 1999 Gasanly et al.
Here, we also show the band gap energy at three diffe
temperatures. Since the temperature coefficient of the b
gap energy of the AgIn5S8 crystals is negative~i.e.,
dEg /dT524.931024 eV/K2!, the peak energy due to th
donor-acceptor transition should decrease with band gap
ergy as the temperature increases.8 The observed shift of the
peak energy position towards lower energies satisfies
temperature dependence expected for the donor-accepto
recombination.

From Fig. 1 it can be seen that the emission band int
sity decreases with increasing temperature. A rapid ther
quenching of the PL band is observed aboveT5100 K. The
experimental data for the temperature dependence of the
intensity at the emission band maximum~I! can be fitted by
the following expression:

I ~T !5I 0 expS DE

kT D , ~1!

whereI o is a proportionality constant,DE the thermal acti-
vation energy, andk the Boltzmann constant. Figure 3 show
the temperature dependence of the emission band maxim
intensity as a function of the reciprocal temperature in

FIG. 2. Temperature dependencies of the emission band peak energy~solid
triangles! and the band gap energy~open triangles! for AgIn5S8 .

FIG. 1. PL spectra of AgIn5S8 in the 10–170 K temperature range.
Downloaded 07 May 2013 to 139.179.14.46. This article is copyrighted as indicated in the abstract.
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10–170 K range. The semilog plot of the emission ba
intensity as a function of the reciprocal temperature give
straight line in the 100–170 K high-temperature region.
activation energy (Ed50.06 eV! for the emission band is
derived from the slope of the straight line fit. Since t
AgIn5S8 crystal is ann-type semiconductor, we consider th
the impurity level is a donor level located at 0.06 eV belo
the bottom of the conduction band. A shallow donor leved
in undoped AgIn5S8 crystal may be originated from th
variations in the stoichiometry~i.e., sulphur vacancies!.
From the electrical resistivity and Hall effect measureme
of isostructuraln-CuIn5S8 crystal, in the 80–300 K tempera
ture range, the activation energy of a similar donor level w
found to be 0.09 eV.9 This donor level has also been a
signed to sulphur vacancies.

Figure 4 presents the PL spectra for 14 different la
excitation intensity levels at 10 K. The observed PL ba
slightly shifts towards higher energies with increasing ex
tation intensities, which is also a characteristic of the don
acceptor pair recombination.10 The highest energies agre
with transitions between closest pairs, while the lowest en
gies correspond to pairs with a large separation. The b
shift, observed with increasing excitation laser intensiti
originates from the fact that the more distant pairs, with lo
decay times, are saturated more quickly than the closer p
owing to their greater transition probability.

The semilog plot in Fig. 5 shows the excitation las
intensity~L! as a function of the emission band peak ene
(Ep) at 10 K. The experimental data in Fig. 5 are then fitt
by the following expression:

L~Ep!5Lo

~Ep2E`!3

~EB1E`22Ep!
expS 2

2~EB2E`!

Ep2E`
D , ~2!

whereLo is a proportionality constant,EB the emitted photon
energy of a close donor-acceptor pair separated by a sha
impurity Bohr radius (RB), andE` the emitted photon en
ergy of an infinitely distant donor-acceptor pair.11 From a

FIG. 3. Temperature dependence of the PL intensity at the emission
maximum for AgIn5S8 .
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nonlinear least square fit to the experimental data, the ph
energy values for an infinitely distant donor-acceptor p
and a close donor-acceptor pair separated byRB are found to
be E`51.56 eV andEB51.74 eV, respectively. These lim
iting photon energy values are in good agreement with
band gap energy (Eg51.94 eV! and the observed values o
the peak energy position~i.e., E`,1.62 eV,Ep,1.65 eV
,EB) at 10 K.

Since the obtained value ofEd is smaller than the energ
difference between the band gap energy of AgIn5S8 (Eg

51.94 eV at 10 K! and the spectral position of emissio
peak (Ep51.65 eV at 10 K!, i.e., Eg2Ep50.29 eV .Ed

50.06 eV, we state that the observed emission band a
from a donor-acceptor pair recombination. We propose
presence of structural vacancies in the cation sublattice a
origin of a deep acceptor levela located above the valenc
band in then-AgIn5S8 crystal, by analogy with the isostruc
tural n-CdIn2S4 crystal where a relatively deep accept
level (Ea50.20 eV! was assigned to similar vacancies.12

FIG. 4. Photoluminescence spectra of AgIn5S8 for different excitation laser
intensities atT510 K.

FIG. 5. Excitation intensity vs emission band peak energy atT510 K.
Downloaded 07 May 2013 to 139.179.14.46. This article is copyrighted as indicated in the abstract.
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We have also analyzed the variation of the emiss
band intensity versus the excitation laser intensity~see Fig.
4!. The experimental data can be fitted by the simple pow
law I}Lg, where I is the PL intensity,L is the excitation
laser intensity, andg is a dimensionless exponent. It wa
found that the PL intensity at the emission band maxim
increases sublinearly~i.e., g50.98! with respect to the exci-
tation intensity~Fig. 6!. Saturation starts atL.0.4 W cm22.
For an excitation laser photon with an energy exceeding
band gap energyEg , the coefficientg is generally 1,g
,2 for the free- and bound-exciton emission, andg<1 for
free-to-bound and donor-acceptor pair recombination13

Thus, the obtained value ofg50.98 is in line with our pre-
vious assignment of the observed PL band in AgIn5S8 spec-
tra to donor-acceptor pair recombination.

The analysis of the PL spectra as a function of tempe
ture and excitation laser intensity allows one to obtain a p
sible scheme for the donor-acceptor levels located in the
bidden energy gap of the AgIn5S8 crystal. These donor-
acceptor levels are involved in the radiative recombination
the photoexcited carriers observed in this work~Fig. 7!. In
the proposed scheme, a shallow donor leveld is located at
0.06 eV below the bottom of the conduction band. From
nonlinear least square fitted value of the photon energy
an infinitely distant donor-acceptor pairE`5Eg2(Ed1Ea)
51.56 eV,11 an acceptor levela, located at 0.32 eV above
the top of the valence band, is introduced into the forbidd
energy gap of AgIn5S8. Taking into account the above as
signments, the observed PL emission band has been a

FIG. 6. Dependence of the PL intensity at the emission band maximum
excitation intensity atT510 K.

FIG. 7. Proposed energy level diagram of AgIn5S8 at T510 K.
 Reuse of AIP content is subject to the terms at: http://jap.aip.org/about/rights_and_permissions
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uted to the radiative recombination of an electron occupy
a donor leveld (Ed50.06 eV! and a hole occupying an ac
ceptor levela (Ea50.32 eV!.

IV. SUMMARY AND CONCLUSIONS

The results obtained from the photoluminescence st
of AgIn5S8 single crystals in the 1.44–1.91 eV energy regi
and in the 10–170 K temperature range, show that the
intensity decreases with increasing temperature. A rapid t
mal quenching of the PL band is observed aboveT5100 K.
This behavior was understood by introducing a donor le
located at 0.06 eV below the conduction band and a d
acceptor level located at 0.32 eV above the valence ban
the AgIn5S8 crystal. The blueshift of the emission band pe
energy with increasing excitation laser intensity is explain
using the inhomogeneously spaced donor-acceptor
model. Also, the PL intensity increases sublinearly with
spect to the excitation laser intensity, which is in accorda
with our assignment that the observed PL in AgIn5S8 is due
to donor-acceptor pair recombination.
Downloaded 07 May 2013 to 139.179.14.46. This article is copyrighted as indicated in the abstract.
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