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In this study, solid geraniol/cyclodextrin inclusion complexes (geraniol/CD-IC) were successfully prepared by
using three types of native CD (α-CD,β-CD andγ-CD). Themodeling studies for inclusion complexation between
CD and geraniol were performed by using ab initio techniques. Both experimentally and theoretically, the com-
plexation efficiency between geraniol and γ-CDwas higher; therefore, geraniol/γ-CD-ICwas chosen and then in-
corporated into polyvinyl alcohol (PVA) nanofibers (NF) via electrospinning. The scanning electron microscopy
imaging elucidated that the aggregates of geraniol/γ-CD-IC crystals were distributed in the PVA NF, whereas
bead-free and uniform PVA and PVA/geraniol NF without CD-IC were obtained. Higher thermal stability of gera-
niol was observed in the electrospun PVA/geraniol/γ-CD-IC NF. However, geraniol molecules having volatile na-
ture could not be preserved without CD-IC during electrospinning or during storage; therefore, the complete
evaporation of geraniol in PVA/geraniol NFwas unavoidable even after one day of its production. On the contrary,
the loss of geraniol wasminimal (~10%) for PVA/geraniol/γ-CD-IC NF even after storage of these NF for two years
owing to inclusion complexation. Our study demonstrated that electrospunNF incorporating CD-ICmay be quite
applicable in food industry, e.g.: active food packaging or functional foods, due to very high surface area and
nanoporous structure of NF; high thermal stability and enhanced durability of active agents and functional
food ingredients.

© 2014 Elsevier Ltd. All rights reserved.
1. Introduction

Geraniol, a natural component of plant essential oils, having rose-
like odor and taste is generally used as a fragrance/flavor in food indus-
try to treat infectious diseases and/or preserve the food (Solórzano-
Santos & Miranda-Novales, 2012); therefore, geraniol presents several
remarkable properties such as insect repellent, antimicrobial, antioxi-
dant, anti-inflammatory and anticancer (Chen & Viljoen, 2010). It is ac-
knowledged as generally-recognized-as-safe by Food and Drug
Administration (Lapczynski, Bhatia, Foxenberg, Letizia, & Api, 2008).
However sustainability of geraniol is a major challenge because of its
volatile nature.

Molecular encapsulation of volatile or unstable food additives by
using cyclodextrins (CD) has been commonly used to extend the prod-
uct shelf-life by improving stability of these additives (Ciobanu, Landy,
& Fourmentin, 2013; de Vos, Faas, Spasojevic, & Sikkema, 2010). CD
nce & Nanotechnology, Bilkent
; fax: +90 3122664365.
are cyclic oligosaccharides having truncated cone shaped molecular
structures, and they have capability of forming non-covalent host–
guest inclusion complexes (IC) with a variety of molecules such as anti-
bacterials, antioxidants, fragrances/flavors and essential oils (Del Valle,
2004; Hedges, 1998; Marques, 2010; Szejtli, 1998). When the guest
molecules encapsulated in CD cavities, they can be protected fromevap-
oration, degradation and oxidation, and moreover controlled/delayed
release of these molecules is achieved (Del Valle, 2004; Hedges, 1998;
Kant, Linforth, Hort, & Taylor, 2004; Kayaci & Uyar, 2011; Marques,
2010; Samperio, Boyer, Eigel, Holland, McKinney, O'Keefe, et al., 2010;
Szejtli, 1998). Thus, the enhanced viability of the complexed molecules
is provided in CD-IC systems. Themost commonCD types areα-,β-, and
γ-CD having α-1,4-linked 6, 7, and 8 glucopyranose units in the cyclic
structure, and ~6, 8, and 10 Å of cavity size, respectively; whereas
the depth of the cavity for these CD is the same which ~8 Å is (Fig. 1a)
(Szejtli, 1998).

Nowadays, electrospinning has gained great attention as the most
versatile and cost-effective technique for producing functional nanofi-
bers (NF) that have several unique properties such as a relatively large
surface area to volume ratio, nanoporous structure and high encapsu-
lation efficiency (Ramakrishna, 2005; Wendorff, Agarwal, & Greiner,
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Fig. 1. (a) Chemical structures of CD (α-CD, β-CD and γ-CD); schematic representations of (b) formation of geraniol/CD-IC, (c) PVA/geraniol/γ-CD-IC solution, (d) electrospinning of PVA/
geraniol/γ-CD-IC solution, (d) cage-type and (e) channel-type of γ-CD crystals.
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2012). Moreover, the properties of electrospun NF obtained from wide
range of materials such as various synthetic or natural polymers, poly-
mer blends, sol–gels, ceramics, and composites, can be improved by
incorporating functional additives into the fiber matrix and/or onto
fiber surface (Ramakrishna, 2005; Wendorff et al., 2012). Therefore,
electrospun NF are favorable candidates in various application areas
including filtration, controlled/sustained release systems, drug delivery,
tissue engineering, wound healing, functional textiles, energy and envi-
ronment (Ramakrishna, 2005; Wendorff et al., 2012). Electrospun NF
from biodegradable (Ignatova, Manolova, & Rashkov, 2013; Torres-
Giner, Gimenez, & Lagaron, 2008) or edible (Mascheroni, Fuenmayor,
Cosio, Di Silvestro, Piergiovanni, Mannino, et al., 2013) polymers has
also received great attention in functional food and active food packag-
ing systems, recently. Moreover, food related applications and food
packaging application were investigated for electrospun NF based on
food grade materials (Kuan, Yuen, Bhat, & Liong, 2011; Stijnman,
Bodnar, & Hans Tromp, 2011) and/or NF incorporating active agents
such as antibacterials (Ge, Zhao, Mo, Li, & Li, 2012; Kriegel, Kit,
McClements, & Weiss, 2008; Li, Lim, & Kakuda, 2009; Vega-Lugo &
Lim, 2009), antioxidants (Fernandez, Torres-Giner, & Lagaron, 2009;
Neo, Ray, Jin, Gizdavic-Nikolaidis, Nieuwoudt, Liu, et al., 2012) or essen-
tial oils (Kriegel et al., 2008). Development of nanocomposite fabrics



426 F. Kayaci et al. / Food Research International 62 (2014) 424–431
with the functional electrospun NF that can supply antimicrobial pro-
tection or delivery of nutraceuticals to foods could improve the perfor-
mance for bioactive packaging applications (Torres-Giner, 2011).

Our particular interest is the functionalization of electrospun
NF with CD-IC, and hereby the combining of unique properties of both
NF and CD-IC. We have recently incorporated menthol/CD-IC (Uyar,
Hacaloglu, & Besenbacher, 2009, 2011; Uyar, Nur, Hacaloglu, &
Besenbacher, 2009), vanillin/CD-IC (Kayaci & Uyar, 2012), eugenol/
CD-IC (Kayaci, Ertas, & Uyar, 2013) and triclosan/CD-IC (Kayaci, Umu,
Tekinay, & Uyar, 2013) in the polymeric NF via electrospinning.
Prolonged shelf-life and high thermal stability of menthol, vanillin or
eugenol in the resulting NF were observed by means of inclusion
complexation. The NF incorporating triclosan/CD-IC have shown better
antibacterial property compared to the system of without CD-IC possi-
bly due to the enhanced solubility and effective release of triclosan
into agar medium by CD-IC (Kayaci et al., 2013).

In this study, as a first step we prepared solid CD-IC of geraniol (ge-
raniol/CD-IC) by using α-CD, β-CD, and γ-CD. We have also performed
the modeling studies for inclusion complexation between geraniol and
CD (α-CD, β-CD, and γ-CD) by using ab initio techniques. Both experi-
mentally and theoretically, we observed that γ-CD has shown higher
complexation efficiency with geraniol, yielding 1:1 molar ratio
(geraniol:γ-CD) of solid CD-IC crystals. Then, geraniol/γ-CD-IC was en-
capsulated in polyvinyl alcohol (PVA) NF via electrospinning in order to
enhance thermal stability and durability of geraniol in the NF. Fig. 1b
and c indicated the schematic representations of the formation of
geraniol/CD-IC and electrospinning of PVA solution including geraniol/
γ-CD-IC (PVA/geraniol/γ-CD-IC), respectively. Here, the reason of the
selection of PVA as a polymeric matrix is to be a proper polymer type
in food packaging application due to its biodegradability (DeMerlis &
Schoneker, 2003).We observed that PVANF could not preserve geraniol
without the CD-IC, yet incorporation of geraniol/γ-CD-IC in PVANF suc-
cessfully yielded geraniol with long lasting durability and enhanced
thermal stability, hence the resulting functional PVA electrospun NF in-
corporating geraniol/γ-CD-IC can be a quite appropriate material for
functional food packaging.

2. Materials and methods

2.1. Materials

Cyclodextrins (α-CD, β-CD, and γ-CD,Wacker Chemie AG), geraniol
(trans-3,7-dimethyl-2,6-octadien-1-ol, 98% purity, Sigma-Aldrich),
polyvinyl alcohol (PVA, Mw: 85,000–124,000, 87–89% hydrolyzed,
Sigma-Aldrich) and deuterated dimethylsulfoxide (DMSO-d6, deutera-
tion degree min. 99.8% for NMR spectroscopy, Merck) were used in
this study without any purification. The water used as solvent was ob-
tained from Millipore Milli-Q ultrapure water system.

2.2. Preparation of solid geraniol/CD-IC

The geraniol/CD-IC were prepared by co-precipitation method by
using α-CD, β-CD, and γ-CD. Equimolar ratio (1:1) of geraniol with CD
was used. First, 0.159 g (1.0 × 10−3 mol), 0.136 g (8.8 × 10−4 mol)
and 0.119 g (7.7 × 10−4 mol) geraniol were dispersed in water, and
then 1 g of α-CD (1.0 × 10−3 mol), β-CD (8.8 × 10−4 mol), and γ-CD
(7.7 ×10−4mol)were added in these geraniol dispersions, respectively.
The amount of water used as solvent was determined according to the
solubility of CD in water at 25 °C, that is, 14.5, 1.85 and 23.2 g/100 mL
for α-CD, β-CD and γ-CD, respectively (Del Valle, 2004; Szejtli, 1998).
After mixing the solutions overnight at room temperature (RT),
the resulting three suspensions were filtered through a borosilicate
filter (por. 3). Thereafter, the filtrates were washed with water sever-
al times in order to remove uncomplexed molecules if any present,
and then dried overnight under the hood. Lastly, the resulting solid
geraniol/CD-IC were crushed in a mortar to obtain fine powder.
2.3. Preparation of the electrospinning solutions

Among the three CD types, we observed that γ-CD has higher com-
plexation efficiency with geraniol under the chosen experimental con-
ditions; hence, we have selected geraniol/γ-CD-IC to incorporate into
PVA NF via electrospinning technique. Firstly, 12% (w/v) PVA was dis-
solved in water by stirring for 2 h at 80 °C, and the solution was left at
RT to cool down. After that, geraniol/γ-CD-ICfinepowderwas dispersed
in this polymer solution, and then the solutionwas stirred for additional
5 h at RT. The amount of geraniol/γ-CD-IC was adjusted as 50% (w/w),
so as to include 5% (w/w) geraniol in the solution as regards the PVA
content. For a comparison study, PVA and PVA/geraniol solutions with-
out CD-IC were also prepared to obtain PVA and PVA/geraniol NF.
Table 1 summarizes the compositions of the solutions used for
electrospinning.

2.4. Electrospinning

Each prepared solutionwas located in a 5mL syringe having ametal-
lic needle of 0.7 mm inner diameter, and the syringe was placed hori-
zontally on the syringe pump (KD Scientific, KDS 101). The solutions
were pumped with flow rate of 1 ml/h, and tip-to-collector distance
was set to 10 cm.When voltage of 15 kVwas applied by using high volt-
age power supply (Matsusada Precision, AU Series) to themetal needle,
the NF were deposited on the grounded stationary cylindrical metal
collector (height: 15 cm, diameter: 9 cm) coveredwith a piece of alumi-
num foil. The electrospinning was carried out at about 22 °C and 25%
relative humidity in enclosed Plexiglas box. Then, the resulting NF
were kept in the suction hood at RT for 24 h to remove the residual sol-
vent and uncomplexed geraniol if any present.

2.5. Characterization and measurements

The crystalline structures of the samples were investigated by X-ray
diffraction (XRD, PANalyticalX'Pert Powder diffractometer) with Cu Kα
radiation in a range of 2θ= 5°–30°. Thermogravimetric analyzer (TGA,
Q500, TA Instruments) was used to investigate the thermal stability of
geraniol, and the analyseswere performed fromRT to 250 °C (geraniol),
500 °C (γ-CD and geraniol/CD-IC) or 600 °C (electrospun NF) at a
20 °C/min heating rate, with purge gas of N2. About 20 g/L of the
samples were dissolved in DMSO-d6 for proton nuclear magnetic reso-
nance (1H- NMR, DPX-400, Bruker) study, and then 1H- NMR spectra
were recorded at 400 MHz and 25 °C. Rheometer (Physica MCR 301,
Anton Paar) equipped with a cone/plate accessory (spindle type:
CP 40-2) was used to measure the viscosity of the solutions used for
electrospinning, at a constant shear rate of 100 s−1 and 22 °C. Scanning
electron microscope (SEM, Quanta 200 FEG, FEI) was used to analyze
the morphology and fiber diameter of the electrospun NF that were
sputtered with 5 nm Au/Pd (PECS-682) prior to SEM imaging. Average
fiber diameter (AFD) of the samples was calculated by measuring
around 100 fiber diameters of each sample.

2.6. Computational method

The first-principle calculations based on density functional theory
(DFT) (Hohenberg & Kohn, 1964; Kohn & Sham, 1965) were performed
by using the Vienna Ab initio simulation package (Kresse & Furthmüller,
1996a, 1996b). The exchange-correlation was approximated within the
generalized gradient approximation (Perdew, Chevary, Vosko, Jackson,
Pederson, Singh, et al., 1992) with addition of Van derWaals correction
(Grimme, 2006). The element potentials were described by projector
augmented-wave method (PAW) (Blöchl, 1994) using a plane-wave
basis set with a kinetic energy cutoff of 500 eV. The initial structures
of α-CD (Manor & Saenger, 1974; Puliti, Mattia, & Paduano, 1998), β-
CD (Lindner & Saenger, 1982), and γ-CD (Harata, 1987) were taken
from Cambridge Structural Database (Allen, 2002). All structures were



Table 1
The properties of the solutions used for electrospinning and morphological characteristics of the electrospun NF.

Solutions % PVAa

(w/v)
% geraniol/CD-ICb

(w/w)
% geraniolb

(w/w)
Viscosity (Pa·s) Average fiber

diameter (nm)
Fiber morphology

PVA 12 – – 0.237 195 ± 50 Bead-free NF
PVA/geraniol 12 – 5 0.264 200 ± 40 Bead-free NF
PVA/geraniol/γ-CD-IC 12 50 5 0.372 290 ± 70 NF with CD-IC crystals

a With respect to the solvent (water).
b With respect to the polymer (PVA).

Fig. 2. XRD patterns of (a) as-received CD, (b) geraniol/CD-IC and (c) the electrospun NF.
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relaxed using the Kosugi algorithm with simultaneous minimization of
the total energy and interatomic forces. The convergence on the total
energy and force was set to 10−5 eV and 10−2 eV/Å, respectively.

3. Results and discussion

3.1. Crystalline structure of geraniol/CD-IC

The co-precipitation method was applied to prepare the solid
geraniol/CD-IC by using three types of native CD (α-CD, β-CD and γ-
CD). Initially, the crystalline structures of the solid geraniol/CD-IC
were investigated by XRD. The as-received CD were also analyzed
by XRD for comparison. The characteristic diffraction patterns of as-
received CD (Fig. 2a) correspond to cage-type packing (Fig. 1d) (Rusa,
Bullions, Fox, Porbeni, Wang and Tonelli, 2002; Saenger et al., 1998).
The channel-type packing (Fig. 1e) in which CD molecules are aligned
and stacked on top of each other, is generally observed for the inclusion
complexes, and therefore the presence of channel-type packing is a
strong evidence for the successful CD-IC formation (Rusa et al., 2002;
Saenger et al., 1998). Here, we observed that the XRD patterns of
geraniol/CD-IC (Fig. 2b) are very different from that of as-received CD.
The distinct peak at 2θ ≅ 19.7° in the XRD pattern of geraniol/α-CD-IC
confirmed the channel-type packing of α-CD in this sample (Kayaci &
Uyar, 2011; Rusa et al., 2002). In the case of geraniol/β-CD-IC, the XRD
peaks at 2θ ≅ 12° and 2θ ≅ 17.7° were owing to channel-type packing
of β-CD (Kayaci & Uyar, 2011). Furthermore, the characteristic peaks
of tetragonal channel-type packing of γ-CD at 2θ ≅ 7.6°, 14°, 15°,
15.9°, 16.7° and 21.9° were observed in the XRD pattern of geraniol/γ-
CD-IC (Rusa et al., 2002; Uyar, Hunt, Gracz, & Tonelli, 2006). As a result,
channel-type packing of α-CD, β-CD, and γ-CD that were observed in
the XRD patterns of solid geraniol/CD-IC confirmed that the inclusion
complexation of geraniol with each type of CD was successful.

3.2. Thermal properties of geraniol/CD-IC

The thermal stability of geraniol in geraniol/CD-IC was investigated
by TGA. The TGA thermograms of CD (γ-CD) and pure geraniol were
also given for comparison (Fig. 3a). The TGA data of α-CD and β-CD
were not given, since the thermograms were quite similar to that of
γ-CD. In TGA thermogram of γ-CD, initial weight loss at below 100 °C
was due to water loss, and the major weight loss at around 300 °C
corresponded to degradation of γ-CD. On the other hand, evaporation
of pure geraniol was in the range of 70–230 °C as observed in its
TGA thermogram. In the case of TGA thermogram of geraniol/CD-IC
(Fig. 3a), three steps of weigh losses were observed. That is, the initial
water loss at below 100 °C and the main degradation of CD at 300 °C
were recorded, additionally, the evaporation of geraniol complexed
with CD was observed at above 120 °C till 300 °C at which the main
degradation of CD occurred. The evaporation temperature of pure gera-
niol shifted from 70–230 °C to 120–300 °C when complexed with CD
and this was due to the host–guest interaction in the CD-IC samples.
The enhanced thermal stabilities of the guest molecules complexed
with the CD cavities were also reported for other CD-IC systems
(Kayaci & Uyar, 2011; Marcolino, Zanin, Durrant, Benassi, & Matioli,
2011; Tsai, Tsai, Wu, & Tsai, 2010). In brief, the TGA data suggested
the inclusion complexation of geraniol with α-CD, β-CD, and γ-CD.
The evaporation temperature of geraniol in all three CD-IC samples
was between 120 and 300 °C, and we did not see any significant differ-
ence among the CD-IC samples except for the % weight loss in this tem-
perature range. It is possible that the evaporation of geraniol could

image of Fig.�2


Fig. 3. TGA thermograms of (a) geraniol, γ-CD, geraniol/CD-IC and (b) the electrospun NF.
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continue above 300 °C where the main degradation of CD started. So,
we did not use TGA thermograms for calculating the actual weight con-
tent of geraniol in the CD-IC, instead, this was investigated by 1H NMR
study as discussed in the following section.
Fig. 4. NMR spectrum of geraniol/γ-CD-IC and the electrospun NF.
3.3. Structural characterization of geraniol/CD-IC

The structural characterization of geraniol/CD-IC sample was stud-
ied by using 1H NMR. Initially, the characteristic peaks correspond to
protons of pure CD and geraniol, were determined from their 1H NMR
spectra (data not shown). The three geraniol/CD-IC samples were stud-
ied by 1H NMR, and only 1H NMR spectrum of geraniol/γ-CD-IC as the
representative of geraniol/CD-IC is shown in Fig. 4. All 1H NMR spectra
of geraniol/CD-IC indicated characteristic peaks of not only CD but also
geraniol, confirming the presence of both geraniol and CD in these
samples. Moreover, 1H NMR spectroscopy is a useful tool for quantita-
tive calculation of guest molecule in CD-IC system. We found out that
the molar ratio of geraniol:CD was 0.78:1, 0.9:1 and 1:1 for geraniol/
α-CD-IC, geraniol/β-CD-IC and geraniol/γ-CD-IC, respectively. The cal-
culation was done by the integrations of the CD peak at about 5.8 ppm
(OH-2&3) and geraniol peak at 5.3 ppm (H-b). This result indicated
that initial molar ratio (geraniol:CD = 1:1) used for the preparation
of geraniol/CD-IC was only preserved for geraniol/γ-CD-IC. However,
α-CD and β-CD could not complex with all geraniol that was used,
and some uncomplexed geraniol was removed from the geraniol/α-
CD-IC and geraniol/β-CD-IC during sample preparation. As shown
in Fig. 1a, the cavity size of CD are different and in the order of γ-CD N

β-CD N α-CD. So, the higher complexation efficiency of γ-CDwith gera-
niol might be due to the larger dimension of γ-CD cavity which may
have a better sizematchwith different conformers of geraniolmolecule.

image of Fig.�3
image of Fig.�4
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Hence, in the next part of this study, geraniol/γ-CD-IC was selected and
incorporated into the electrospun NF.

3.4. Computational modeling of geraniol/CD-IC

The inclusion process between CD and geraniol is investigated by
using ab initio techniques as explained in the Materials and methods
section. Firstly, the initial geometries of α-CD, β-CD, and γ-CD and var-
ious conformers of geraniol molecule are fully optimized separately in
vacuum. In order to form a complex, geraniol molecule with two possi-
ble orientations (OH-end and CH3-end) is introduced into CD cavity
through the wide and narrow rims. In order to analyze the energy var-
iation, the geraniol is initially positioned 6 Å away from the center of the
CD cavity, which is chosen as the origin andmoved in 1 Å steps towards
the center (Snor, Liedl, Weiss-Greiler, Viernstein, & Wolschann, 2009).
At each step, the whole system is optimized without imposing any con-
straints and thus any conformational changes are allowed. For the low-
est energy configuration (Fig. 5), the complexation energy for each CD
type is calculated as

Ecomplex ¼ ECD þ Egeraniol
� �

−EgeraniolþCD

where ECD, Egeraniol and Egeraniol + CD is the total energy (including van
der Waals interaction) of CD (α-CD, β-CD, and γ-CD), geraniol, and
geraniol/CD-IC, respectively.

In the case of geraniol/α-CD, the inclusion of geraniol mildly de-
forms the structure of α-CD. This indicates that even the most slender
possible conformer of geraniol is large to fit in α-CD cavity. Ecomplex

is calculated as 16.21 kcal/mol but in order to fit inside the cavity of
α-CD, geraniol has to overcome an energy barrier. Accordingly, geraniol
may form a complex at the edge of thewide rim (which is a local energy
minimum) instead as shown in Fig. 5a with 10.03 kcal/mol complex-
ation energy. The β-CD and γ-CD cavity is large enough to accommo-
date geraniol without any deformation (Fig. 5b and c). For β-CD and
γ-CD, Ecomplex is 25.83 and 20.75 kcal/mol, respectively and there is no
energy barrier for inclusion process. The contribution to complexation
energy is mainly due to van derWaals interaction and also extra hydro-
gen bonds are formed between hydroxyl group of the geraniol and pri-
mary hydroxyl group of CD at the narrow rim. The discussions are for
the most slender geraniol conformer only but other conformers can be
present as well. For instance, as γ-CD has the largest cavity it is more
flexible to accommodate conformers of geraniol with different sizes
(Fig. 5c).
Fig. 5. Side and top view of optimized structures of geraniol a) geraniol/α-CD-IC,
b) geraniol/β-CD-IC, and c) geraniol/γ-CD-IC. Extra hydrogen bonds are shown by dashed
lines. Gray, red, and yellow spheres represent carbon, oxygen, and hydrogen atoms,
respectively.
Finally, our modeling results show that, even the most slender
conformer of geraniol does not fit into α-CD yielding relatively low
complexation energy. This also indicates the possibility of complex for-
mation outside the cavity. Forβ-CD andγ-CD, Ecomplex is highwhich is in
agreementwith our experimental observations. Even though the largest
Ecomplex is obtained for β-CD for the slender geraniol conformer, the
large cavity of γ-CD allows accommodation of various conformers of ge-
raniol and makes it the best candidate for inclusion complexation.

3.5. The morphological structure of the NF

In this part of the study, geraniol/γ-CD-IC crystalswere incorporated
in the PVA NF via electrospinning in order to produce functional
nanofibrous material. The geraniol/γ-CD-IC fine powder was dispersed
in the PVA solution, and then this solution was electrospun to encapsu-
late the geraniol/γ-CD-IC in PVA NF.We also produced electrospun PVA
and PVA/geraniol NF without CD-IC under the same electrospinning
conditions for comparative study. Fig. 6 indicates the representative
SEM images of PVA, PVA/geraniol and PVA/geraniol/γ-CD-IC NF. More-
over, Table 1 summarizes the viscosity of the solutions used for the
electrospinning and the morphological findings with AFD of the
resulting electrospun NF. PVA and PVA/geraniol NF were uniform and
bead-free, whereas the aggregates of geraniol/γ-CD-IC crystals in PVA/
geraniol/γ-CD-IC NF were seen in SEM images in which the presence
of CD-IC crystals were also confirmed by theXRD as discussed in the fol-
lowing section. The viscosities of PVA and PVA/geraniol solutions were
very similar to each other, hence AFD of the NF obtained from these so-
lutions were almost same. On the other hand, higher viscosity was
found for PVA/geraniol/γ-CD-IC solution compared to PVA and PVA/ge-
raniol solutions possibly owing to the interaction between the geraniol/
γ-CD-IC and PVA polymer chains. Therefore, less stretching of the PVA/
geraniol/γ-CD-IC solution possibly occurred during electrospinning
process due to its higher viscosity; accordingly, higher AFD was ob-
served for PVA/geraniol/γ-CD-IC (290 ± 70 nm) system when com-
pared to PVA (195 ± 50 nm) and PVA/geraniol (200 ± 40 nm)
systems. This result correlates with the general observation that is
obtaining thicker NF from the solution having higher viscosity
(Bhardwaj & Kundu, 2010; Ramakrishna, 2005).

3.6. The crystalline structure of the NF

We have investigated the crystalline structure of the resulting NF by
using XRD. The XRD patterns of both PVA and PVA/geraniol NF (Fig. 2c)
have very similar broad diffraction centered at 2θ ≅ 20° due to semi-
crystalline nature of PVA matrix. The XRD pattern of PVA/geraniol/
γ-CD-IC NF (Fig. 2c) has also broad diffraction centered at 2θ ≅ 20°,
indicating that the presence of geraniol/γ-CD-IC did not affect the
semi-crystalline nature of the polymeric matrix. Furthermore, the char-
acteristic diffraction peaks of channel-type packing of γ-CD observed in
theXRDpattern of PVA/geraniol/γ-CD-ICNFhave demonstrated the ex-
istence of geraniol/γ-CD-IC crystals in this sample (Fig. 2c). It was de-
duced that channel-type packing of geraniol/γ-CD-IC were conserved
during the solution preparation and electrospinning process, and then
these crystalline aggregates of geraniol/γ-CD-IC were successfully en-
capsulated within the PVA NF matrix, as it was also clearly observed
in the SEM image of PVA/geraniol/γ-CD-IC NF (Fig. 6c).

3.7. The thermal properties of the NF

TGA thermograms of PVA, PVA/geraniol and PVA/geraniol/γ-CD-IC
NF are given in Fig. 3b. The major weight loss of TGA thermogram of
PVA NF started at about 250 °C owing to thermal degradation of PVA.
The geraniol could not be detected in TGA thermogram of PVA/geraniol
NF, since no difference was observed between the TGA thermograms of
PVA and PVA/geraniol NF. This result indicated that the loss of geraniol
possibly took place during the electrospinning of PVA/geraniol solution
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Fig. 6. Representative SEM images of (a) PVA, (b) PVA/geraniol and (c) PVA/geraniol/γ-CD-IC NF.
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or storage of theseNF in suction hood at RT for 24 h, and eventually; vol-
atile geraniol could not be preserved without CD-IC. In the case of PVA/
geraniol/γ-CD-IC NF, the evaporation of complexed geraniol was ob-
served at between 120 and 250 °C till the degradation of PVA starts.
As a result, TGA data further confirmed the existence of geraniol/
γ-CD-IC in PVA NF matrix. The calculation of the quantity of geraniol
in the NF samples was not done from TGA data, since there might be
overlapping of degradation temperature of PVA and γ-CD with the
evaporation of complexed geraniol. So, we carried out 1H NMR study
in order to calculate the actual content of remaining geraniol in the
NF, and this data is discussed in the following section.

3.8. Investigation of geraniol content in the NF

We performed 1H NMR study to calculate the amount of geraniol in
PVA/geraniol/γ-CD-IC NF (Fig. 4). The γ-CD peak at 5.8 ppm (OH-2&3)
and geraniol peak at 5.3 ppm (H-b) which are not overlapped with
the characteristic peaks of PVA were used to calculate the molar ratio
of geraniol:CD in PVA/geraniol/γ-CD-IC NF sample. The molar ratio of
geraniol to γ-CD was detected as 1:1 which is the same ratio of gerani-
ol:CD in geraniol/γ-CD-IC. It was assumed that the initial amount of ge-
raniol in the PVA/geraniol/γ-CD-IC solution was preserved during the
electrospinning process by means of inclusion complexation. The char-
acteristic peak of geraniol at about 5.3 ppm (H-b) was not observed in
the case of 1H NMR spectrum of PVA/geraniol NF. This result correlated
with TGA data, confirmed that all geraniol was evaporated from this
sample during either the electrospinning process or storage of the NF
in the suction hood for 24 h after production. So, it was obvious that
PVA NF could not protect geraniol molecules without CD-IC.

We have also performed the durability test for PVA/geraniol/γ-CD-
IC NF sample with the open air experiments to show the durability of
geraniol in the electrospun NF sample despite the volatile nature of ge-
raniol. The presence of geraniol quantity in the PVA/geraniol/γ-CD-IC
NF after two years of their storage in the open air in the laboratory (at
about 22 °C and 25% relative humidity) was determined by 1H NMR
study. The geraniol peak was still present, and it was even observed
that the molar ratio of geraniol:γ-CD was 0.87:1 which was very close
to the 1:1 initial molar ratio. This result showed that very small amount
of geraniol (~10%) has evaporated from the PVA/geraniol/γ-CD-IC NF
even after two years of its storage. It was evident that the prolonged du-
rability of geraniol in the NF sample was provided by CD inclusion com-
plexation. Hence, PVA/geraniol/γ-CD-IC NF can be applicable in food
packaging application since geraniol has antimicrobial and antioxidant
properties and therefore PVA/geraniol/γ-CD-IC NF can preserve the
food effectively for a long time due to prolonged durability of geraniol.

4. Conclusions

As a first step, solid geraniol/CD-IC were obtained using α-CD, β-CD
and γ-CD by co-precipitation method. The XRD patterns showed that
complexation was achieved for all three types of CD. The TGA data
indicated that complexed geraniolwith CDhadhigher thermal evapora-
tion (about 120–300 °C) compared to pure geraniol (70–230 °C). Our
ab initio modeling results show that, geraniol–CD complexation energy
(Ecomplex) is higher for β-CD and γ-CD compared to α-CD. Although the
largest Ecomplex was obtained for β-CD for the slender geraniol conform-
er, the large cavity of γ-CD allows accommodation of various con-
formers of geraniol and makes it the best candidate for inclusion
complexation. Due to higher complexation efficiency ofγ-CDwith gera-
niol compared to other CD types, geraniol/γ-CD-IC was selected and in-
corporated in the electrospun PVA NF. As a second part of this study,
PVA NF incorporating geraniol/γ-CD-IC were obtained successfully by
electrospinning of PVA solution containing geraniol/γ-CD-IC dispersion.
Bead-free and uniform NF were obtained for PVA and PVA/geraniol NF
samples, whereas the SEM images of PVA/geraniol/γ-CD-IC NF showed
that the aggregates of geraniol/γ-CD-IC crystals were present and en-
capsulated in PVA NF matrix. Furthermore, the presence of CD-IC crys-
tals in the PVA/geraniol/γ-CD-IC NF was also confirmed by the XRD
data. The geraniol could not be detected in either TGA thermogram or
NMR spectra of PVA/geraniol NF. It was evident that the geraniol was
not preserved in PVA NF without CD-IC owing to its volatile nature.
On the other hand, enhanced thermal stability of geraniol was observed
in the TGA thermogram of PVA/geraniol/γ-CD-IC NF. Besides, NMR re-
sult of PVA/geraniol/γ-CD-IC NF indicated that the initial 1:1 molar
ratio of geraniol:γ-CD in geraniol/γ-CD-IC did not change during the
electrospinning process or after the storage. More importantly, the
molar ratio of geraniol:γ-CD was found as 0.87:1 even after storage of
these NF for two years at ~22 °C and ~25% relative humidity. Only
~10% loss of geraniol was evaporated from PVA/geraniol/γ-CD-IC NF
confirming that the loss of geraniol was minimal after such a long
storage period. The prolonged durability of geraniol was obviously ob-
served owing to the CD inclusion complexation. PVA is a biodegradable
synthetic polymer which is applicable in food packaging, and geraniol
is widely used as fragrance/flavor having many specific properties
such as antimicrobial and antioxidant. Hence, the electrospun PVA/
geraniol/γ-CD-IC NF having very high surface area and nanoporous
structure, as well as having geraniol with enhanced durability and ther-
mal stability assisted by CD-IC may be quite applicable in functional
food packaging and other food or medical related applications.
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