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ABSTRACT: Lower back pain (LBP) is a prevalent spinal symptom at the lumbar region of the spine, which severely e�ects
quality of life and constitutes the number one cause of occupational disability. Degeneration of the intervertebral disc (IVD) is
one of the well-known causes contributing to the LBP. Therapeutic biomaterials inducing IVD regeneration are promising
candidates for IVD degeneration treatments. Here, we demonstrate a collagen peptide presenting nano�ber sca�old to mimic
the structure and function of the natural extracellular matrix of the tissue for IVD regeneration. The collagen peptide presenting
nano�ber was designed by using a Pro-Hyp-Gly (POG) peptide sequence on a self-assembling peptide amphiphile molecule,
which assembled into nano�bers forming sca�olds. Injection of collagen peptide presenting peptide nano�ber sca�old into the
degenerated rabbit IVDs induced more glycosaminoglycan and collagen deposition compared to controls. Functional recovery
of the tissue was evaluated by degeneration index score, where the bioactive sca�old was shown to provide functional recovery
of the IVD degeneration. These results showed that the collagen peptide presenting nano�ber sca�old can prevent the
progression of IVD degeneration and provide further functional recovery of the tissue.
KEYWORDS: peptide nano�ber, intervertebral disc degeneration, needle puncture model, regeneration, collagen

� INTRODUCTION
Lower back pain (LBP) is a prevalent condition that many
people experience1,2 and, together with neck problems, the
most common spinal disorder especially in aging populations.3
The main cause of the LBP is the degeneration of the
intervertebral discs (IVDs), which reside between two
vertebrae. IVD has a �brocartilage structure and provides
�exibility and stability to the spinal column.4 IVD degeneration
can be caused due to lifestyle, obesity, lack of physical activity,
or genetic background of the patients.5 The IVD tissue consists
of nucleus pulposus (NP), annulus �brosus (AF), and
cartilaginous end plates. The NP forms the inner part of the
tissue and comprises randomly organized collagen �bers
(mainly collagen type-II) and radially arranged elastin �bers,

which are embedded in a hydrated aggrecan-rich gelatinous
structure.6,7 NP is surrounded by AF, which consists of highly
oriented collagen type-I forming lamellae structures.8 The
cartilage end-plates, which are composed of hyaline cartilage
and osseous components, lie between the vertebral body and
the disc. In all of these three structures, chondrocyte- and
�broblast-like cells are present predominantly.9,10 In addition
to these cellular components, acellular macromolecules such as
glycosaminoglycans, proteoglycans, and collagens constituting
the extracellular matrix (ECM) are essential for the proper
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functioning of the tissue.11 The changes in the composition of
the IVD tissue may result in severe mechanical consequences
leading to diseases. The current methods for treatment of IVD
degeneration provide limited long-term solutions.12�14 Since
the main reason behind the IVD degeneration is degradation of
the ECM components such as aggrecan and collagen, e�ective
treatment strategies should promote the regeneration of the
tissue by inducing chondrocyte di�erentiation and ECM
remodelling in the degenerated tissue. Therefore, novel
therapeutics such as ECM mimetic biomaterials can be utilized
for e�cient treatment of IVD degeneration.

Several treatment methods have previously been studied for
IVD regeneration including implantation of NP cells grown on
atelocollagen sca�old to a rabbit IVD degeneration model.2 In
another study, NP cells cultured on collagen-I/hyaluronan
sca�old were shown to induce cell proliferation and
glycosaminoglycan synthesis; however, most of the secreted
glycosaminoglycans were released to the cell culture media
rather than being retained in the sca�old.15 For all potential
methods for the treatment of IVD degeneration, the viability
and proliferation of the resident disc cells and the surrounding
ECM of the tissue will determine the e�cacy of the
treatment.16

In this work, we demonstrate a synthetic peptide nano�ber
hydrogel as a sca�old to mimic ECM for IVD regeneration.
The peptide nano�ber systems provide useful tools to produce
biocompatible, nonimmunogenic, and aqueous environments
for the cells in NP, which has a very high-water content in its
healthy state.11,17,18 The self-assembling peptides can be
functionalized with bioactive epitopes present in the ECM of
speci�c tissues such as muscles, bones, or neural tissues.19�24

Here, a collagen sequence presenting peptide amphiphile
molecule was designed by using Pro-Hyp-Gly (POG) arti�cial
collagen sequence25 along with a self-assembling short peptide
sequence (Lauryl-VVAGK-Am, K-PA) to create a collagen
mimetic structure.26 The Col-PA (Lauryl-VVAGKPOG-Am)
and E-PA (Lauryl-VVAGE) peptide nano�bers were used to
create a de novo collagen mimetic microenvironment (Col-PA/
E-PA nano�ber gel) (Figure 1). The Col-PA/E-PA nano�ber
gel facilitated the recovery of degeneration of cartilage-like IVD
tissue. The in vitro e�cacy of the Col-PA/E-PA nano�bers was
shown through viability analysis, glycosaminoglycan deposition

analysis, and gene expression analysis by using mesenchymal
stem cells (MSCs). The in vivo IVD regeneration in the rabbit
needle puncture model was monitored by histochemical
analysis, and evaluation was performed for 4 weeks of recovery.
The Col-PA/E-PA treatment enhanced deposition of glyco-
saminoglycans and collagen and resulted in a decrease in the
degeneration score compared to the control groups, which
strongly suggested that Col-PA/E-PA nano�ber sca�old can be
utilized as an e�ective treatment method for IVD degeneration.

� EXPERIMENTAL SECTION
Materials. Fmoc (9-�uorenylmethoxycarbonyl) and Boc (tert-

butoxycarbonyl) protected amino acids, lauric acid, Rink amide
MBHA resin, Fmoc-Asp(OtBu)-Wang resin, HBTU (2-(1H-benzo-
triazol-1-yl)-1,1,3,3-tetramethyluronium hexa�uorophosphate), and
DIEA (diisopropylethylamine) were purchased from NovaBiochem
and ABCR. All other chemicals and materials were obtained from
Invitrogen, Fisher, Merck, Alfa Aesar, and Sigma-Aldrich.

Synthesis and Puri�cation of Peptide Amphiphile Mole-
cules. Fmoc solid phase peptide synthesis procedure was used for
amphiphilic peptides. Col-PA molecule was synthesized on MBHA
Rink Amide resin at 0.25 mmol scale. Amino acid couplings were
performed with 2 equiv of Fmoc-protected amino acid, 1.95 equiv of
HBTU, and 3 equiv of DIEA for 2 h. The 20% piperidine/
dimethylformamide (DMF) solution was used for Fmoc removal on
the amino group. A mixture of tri�uoroacetic acid (TFA)/
triisopropylsilane (TIS)/H2O in the ratio of 95:2.5:2.5 for 3 h was
used for cleavage of the peptides from the resin. Peptides were HPLC
puri�ed and purity and molecular weight were con�rmed by LC�MS
analyses (Figure S1).

Scanning Electron Microscopy (SEM). Coverslip surfaces were
coated with mixtures of 10 mM Col-PA with 10 mM E-PA or 10 mM
K-PA with 10 mM E-PA peptide solutions and incubated for 15 min
for gel formation. Critical point drying procedure was applied for
water removal. Environmental scanning electron microscope (FEI
Quanta 200 FEG, 10�15 kV voltage) was used for SEM imaging.
Coverslips were coated with 3 nm Au�Pd prior to imaging.

Circular Dichroism (CD). Peptide solutions were dissolved in
water. Both Col-PA and K-PA solutions were mixed with E-PA
solution and were incubated for 15 min to form nano�bers. The
samples were diluted with water to a concentration of 1 × 10�4 M.
Parameters for CD measurements were set at DIT 4 s, bandwidth
1.00 nm, data pitch 0.2 nm, start mode 1 mm, and scanning mode
continuous.

Figure 1. Peptide molecules and their characterizations. (A) Chemical structures of Col-PA, E-PA, and K-PA. (B) Structural characterization of the
peptide nano�bers at pH = 7.4 by SEM. (C) Circular dichroism spectra of Col-PA, Col-PA/E-PA, and K-PA/E-PA. (D) Rheological analyses of
peptide nano�bers.
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Oscillatory Rheology Analyses of Materials. Oscillatory
rheology (Anton Paar Physica RM301) measurement was performed
for determining the viscoelastic properties of nano�ber gels. A 25 mm
parallel plate was used for the rheometer at 25 °C. Then 125 �L of
each PA sample (Col-PA, E-PA, and K-PA) was used. The peptide
gels (Col-PA/E-PA and K-PA/E-PA) at 1 wt % concentration were
loaded on the center of the lower plate and incubated for 15 min
before measuring. After equilibration, the upper plate was lowered to
a gap distance of 0.5 mm. Under 100 rad/s to 0.1 rad/s of angular
frequency, with a 0.5% shear strain, storage moduli (G�) and loss
moduli (G�) were measured.

In Vitro Cell Culture Experiments. Cell culture experiments
were performed with rat mesenchymal stem cells at passage 3 (post-
thaw (rMSC, Invitrogen S1601�100). According to the manufac-
turer’s (Invitrogen) instructions, the cells maintained stem cell
proliferation at post-thaw passage number 5. Cells were cultured with
DMEM supplemented with 10% fetal bovine serum (FBS), 1%
GlutaMAX, and 1% penicillin�streptomycin (Maintenance Media)
and were incubated in the humidi�ed atmosphere with 5% CO2 at 37
°C. For the di�erentiation analysis, cells were cultured with
chondrogenic di�erentiation media (Gibco).

For the in vitro experiments, peptide amphiphile molecules were
dissolved in ddH2O at a concentration of 1 mM. After 30 min of
sonication, they were sterilized under UV for 1 h. Then well plates
(96-well plates or 48-well plates) were coated with 1 mM Col-PA and
1 mM E-PA at a 1:1 ratio for the Col-PA/E-PA group and 1 mM K-
PA and 1 mM E-PA at a 1:1 ratio for the K-PA/E-PA group. These
peptide-coated plates were dried at room temperature overnight for
the hydrogel formation. On the next day, cells were seeded at 3000
cells/cm2. As a control, tissue culture plate (TCP) was used.

Cell Viability Analysis and Glycosaminoglycan Staining.
Cell viability was determined by alamarBlue and Live/Dead kits on
day 3 of culture by quantifying both absorbance and �uorescence of
the reagent using spectrophotometry for alamarBlue assay and
imaging the cells by �uorescent microscopy for the Live/Dead assay.

Glycosaminoglycan deposition was assessed by safranin-O staining
at the end of day 7 and day 14. Brie�y, after the removal of culture
medium, cells were washed with PBS and then �xed with 4%
paraformaldehyde for 15 min at room temperature. After the �xation,
cells were blocked with 1% BSA in PBS for 1 h. Cells were then
stained with 0.1% safranin-O in 0.1% acetic acid for 5 min at room
temperature. To remove unspeci�c binding of the safranin-O dye,
cells were extensively washed with PBS three times, and they were
observed by light microscopy.

Gene Expression Analysis. For analyzing chondrogenic di�er-
entiation, gene expression pro�le of Sox9 gene was assessed by
quantitative real-time PCR (qRT-PCR). RNA from the cells that were
cultured on the peptide nano�bers and tissue culture plate was
isolated with TRIzol reagent (Invitrogen) according to the
manufacturer’s instructions. Purity and yield of the samples were
determined with Nanodrop 2000 (Thermo Scienti�c). By using a
one-step qRT-PCR kit (SuperScript III Platinum SYBR Green),
ampli�cation of both cDNA and mRNA was performed according to
the manufacturer’s instructions. In summary, the reaction was
performed as follows: 55 °C for 5 min, 95 °C for 5 min, 40 cycles
of 95 °C for 15 s, 61.5 °C for 30 s, and 40 °C for 1 min. After the
reaction, melting curve analysis was performed to con�rm the product
speci�city. The expression level of Sox9 was analyzed at days 7 and
14. The gene expression data were normalized to the expression levels
of GAPDH in each run as an internal control gene and were analyzed
by using comparative Ct method.

In Vivo Intervertebral Disc Degeneration with Needle
Puncture Model in Rabbits and Applications of Sca�olds.
Animal studies were performed in the animal facility of Ankara
University Faculty of Medicine Ibni Sina Hospital, Department of
Neurosurgery and Animal Laboratory. Protocols for animal care and
handling were approved by Ankara University Animal Experimenta-
tion Ethics Committee with the ethical approval number as 2015�
22�239. Eighteen healthy, 2.5�3 kg male New Zealand rabbits were
used in this study (n = 3 per group) to avoid any e�ects resulting from

hormonal �uctuations of female rabbits. Rabbits were housed in
standard cages in a temperature and light controlled environment
(16�22 °C and 12/12 h light/dark cycles). Throughout the
experiment, they were allowed ad libitum access food and water.

The rabbit model of IVD degeneration was created by the annulus
needle puncture technique through a posterolateral retroperitoneal
approach. Following anesthesia with an intramuscular injection of
ketamine (20 mg/kg) and xylazine (2 mg/kg), animals were
positioned in their lateral decubitus with 20 degrees. A longitudinal
skin incision was performed to paraspinal muscles that lie from rib
cage to pelvic rim. To reach the IVD, retroperitoneal adipose and
muscle tissues were incised between L1 and L5 vertebrae. L5�L6
level of the IVD was determined according to landmarks of the
lumbar interspinous and pelvic rims. Once the two levels of IVDs of
interests (L3�4 and L4�5) were identi�ed, an 18-gauge (18G)
needle was inserted into the left anterolateral annulus �brosus and
held in the tissue for 5 s. After the indicated degeneration period,
these disc levels were injected with either peptide amphiphile
solutions or saline solution. L2�3 and L5�6 disc levels were used
as a healthy control. For one group of the animals (immediate
degeneration), gel injection was performed immediately after the
degeneration procedure, whereas, for the other group (delayed
degeneration), the same region was opened again after 2 weeks of the
degeneration process and peptide nano�ber injection was performed
by insulin needle. The gels that were injected are summarized in
Table S1. For the in vivo experiments, 10 mM peptide amphiphile
solutions were mixed at a 1:1 ratio, and in a �nal volume of 60 �L,
peptide nano�ber mixture was injected into the degenerated disc
space. Four weeks after the gel injections, animals were sacri�ced and
tissue regeneration was examined by histopathological examinations
of IVD tissue.

IVD Cell Isolation from Rats. IVD cells were isolated as
discussed in Lee et al.24 Brie�y, IVD tissues were dissected from two
rats and placed into 1X PBS. Here, pieces of IVD tissues were �nely
diced with a blade and then incubated with 0.05% collagenase in
DMEM+Ham’s F-12 medium supplemented with 15% FBS for the
ECM digestion process for overnight at 37 °C. After overnight
incubation, pipetting was done for further digestion of ECM
molecules. Collagenase containing residual IVD tissues was retrieved,
and cell solution was �ltered by using a cell strainer to remove tissue
debris. After �ltering, cell solution was centrifuged at 2500 rpm for 5
min. Then cells were seeded into culture medium at a density of 2.5 ×
104 cells/cm2.

Histological and Immunohistochemical (IHC) Staining of
Tissue Sections. After the extraction of tissues, samples were �xed in
4% paraformaldehyde for 48 h at room temperature and then
decalci�ed in 5% formic acid. Every 2 days, the formic acid solution
was changed, and this process was continued for about 10�14 days.
This process was ended according to the result of the ammonium
oxalate test. Dehydrated and decalci�ed samples were by immersing in
ethanol solutions and then were cleared in two changes of xylene.
Samples were embedded in para�n blocks and sectioned at 5�7 �m
thickness by using a microtome. For the histological and
immunohistological analyses, tissue sections were depara�nized in
two changes of xylene and then rehydrated by immersing in a series of
ethanol solutions of decreased concentrations. Defect healing was
determined by the staining of representative slides taken at every 20
sections (�100 �m intervals) to demonstrate the extent of IVD
regeneration.

Safranin-O and Alcian Blue staining protocols were performed for
imaging the glycosaminoglycan content of the IVD tissues. For
safranin-O staining, tissues were stained with safranin-O for 1 min and
Fast Green for 5 min. For Alcian blue staining, tissues were stained
with Alcian blue for 30 min and counterstained with nuclear Fast Red
solution for 5 min. Masson’s trichrome and Picro Sirius red stainings
were done to determine the content of collagen in the regenerated
tissues. For Masson’s trichrome staining, the samples were stained
with hematoxylin for 45 s, Biebrich scarlet for 5 min, phosphomo-
lybdic acid/phosphotungstic acid mixture for 5 min, and aniline blue
for 5 min. For Picro Sirius red staining, tissues were stained with
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Weigert’s hematoxylin for 8 min and then Picro Sirius red for 1 h to
visualize the collagen �ber orientations. After the staining procedures,
slides were dehydrated in a series of ethanol solutions of increasing
concentrations and were cleared with xylene before mounting with
Histomount mounting medium and were imaged under light
microscopy.

For the antigen retrieval process of immunohistochemical staining,
slides were treated with pepsin at 37 °C for 10 min, and to block
endogenous peroxidase activity, slides were treated with 0.3%
hydrogen peroxide solution for 45 min at room temperature. After
the blocking with 10% normal goat serum in 1% bovine serum
albumin/Tris-bu�ered saline, slides were incubated with primary
antibody against collagen type-II (MA-13026) at 4 °C overnight.
After the washing steps with 0.01% triton-X in Tris-bu�ered saline,
slides were incubated with HRP conjugated goat antimouse IgG
antibody for 1 h at room temperature and incubated with 3,3�-
diaminobenzidine solution for 20 min to visualize collagen type-II
proteins. Slides were then counterstained with hematoxylin for 45 s to
visualize cell nuclei.

Histological Scoring. For histopathological assessment of IVD
degeneration, degenerative changes in both NP and AF in sagittal
sections of the disc were graded using the grading scale described by
Nagae et al.,27 which is brie�y described in Table S2. All gradings
were performed by blind observers who were not familiar with the
animal groups and treatments. Scoring method for NP degeneration
was done by analyzing hematoxylin and eosin stained sections to
better observe cellular content, whereas scoring method for AF
degeneration was done by using safranin-O stained sections to
observe the general structure of the tissue.

Statistical Analysis. All results are represented as mean ± s.e.m.
(standard error of the mean). Student’s t test and one-way ANOVA
with Tukey’s post-test where appropriate were used to show the
signi�cance of the di�erences between the groups. P < 0.05 was used
to determine the signi�cance of di�erences.

� RESULTS
Synthesis and Characterization of Peptide Nano�ber

Systems. Collagen sequence presenting peptide amphiphile

molecule (Col-PA) was designed by addition of the active
domain of the well-known arti�cial collagen sequence, POG, to
a �-sheet forming VVAG sequence and a hydrophobic lauryl
tail (Figure 1A). The Col-PA was mixed with negatively
charged E-PA molecule at equal volumes to initiate self-
assembly through charge neutralization. Through self-assembly
process, Col-PA monomers are aligned in a close proximity in
the nano�ber system and the collagen mimetic epitopes are
presented on the peptide nano�ber sca�old. As the control
nano�ber, the peptide amphiphile molecules, which does not
have any bioactive sequence (positively charged K-PA and
negatively charged E-PA molecules) were mixed at equal
volumes. The porous network formed by the peptide
nano�bers was observed by SEM (Figure 1B). The secondary
structures of the peptide nano�bers were characterized by
using CD spectroscopy, which demonstrated that both
bioactive and control nano�bers exhibited �-sheet structure
as shown by 200 nm positive and 220 nm negative signals
(Figure 1C). Mechanical properties of the peptide nano�ber
networks were investigated by oscillatory rheology. Both
nano�ber Col-PA/E-PA and K-PA/E-PA nano�ber networks
had higher storage modulus (for Col-PA/E-PA 1041 Pa and
for K-PA/E-PA 1110 Pa) values than loss modulus (for Col-
PA/E-PA 158 Pa and for K-PA/E-PA 117 Pa) values and
showed stable and robust mechanical properties as hydrogel
system (Figure S2). In addition, both nano�ber systems
exhibited similar viscoelastic characteristics, which suggested
that any di�erence in biological activity of these systems would
not be caused by the di�erence of mechanical features between
peptide nano�ber sca�olds but due to the functional epitopes
presented on the collagen-mimetic nano�bers (Figure 1D).

Peptide Nano�ber Systems Provided a Biocompat-
ible Environment for rMSCs. The viability of MSCs that
were cultured on the peptide nano�ber systems and on TCP

Figure 2. In vitro chondrogenic di�erentiation analyses of MSCs. (A) Representative images of safranin-O staining of MSCs cultured on peptide
nano�bers and TCP in the chondrogenic media (scale bars = 100 �m). Chondrogenic di�erentiation analyses by qRT-PCR. Expression level of
Sox9 was quanti�ed on (B) day 7 and (C) day 14 (��p = 0.0071, ���p = 0.0010 by one-way ANOVA with Tukey post-test, mean ± s.e.m.).
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was evaluated by both Live/Dead Assay and alamarBlue Assay
on three di�erent culture days (day 1, day 2, and day 3)
(Figure S3). In addition to MSCs, IVD cells isolated from rat
IVDs were tracked for 5 days, and according to these results,
IVD cells cultured on peptide nano�ber systems proliferated
(Figure S4). Both of these experiments showed that the
peptide nano�ber systems provided a suitable environment for
cellular growth and that these sca�olds did not a�ect the
viability of the MSCs and the IVD cells. Although the cells
exhibited lower cellular metabolic activity on the peptide
nano�ber sca�old systems than the TCP during �rst 2 days of
culture in alamarBlue assay, they adapted to the environment
on day 3. Since the Live/Dead assay showed that the peptide
nano�ber sca�olds were not toxic to the cells, the reason
behind the lower metabolic activity of cells on the peptide
nano�bers measured by alamarBlue assay was attributed to the
decreased number of proliferating cells, which was one of the
indicators of di�erentiation.28

Collagen Peptide Presenting Nano�bers Induced
Chondrogenic Di�erentiation of MSCs in Vitro. We
investigated the chondrogenic di�erentiation potential of
MSCs on collagen peptide presenting and control nano�bers
due to their potential to be used in IVD regeneration.17 MSCs
can di�erentiate into multiple lineages such as osteocytes,
chondrocytes, and adipocytes,29,30 and cells that commit into
chondrogenic lineage form cell aggregates by increasing their
interactions and deposit glycosaminoglycans.31,32 Cells that
were cultured on collagen peptide presenting nano�bers were
observed to form more aggregates than the control groups. In
addition, safranin-O staining showed that the cells cultured on
the Col-PA/E-PA nano�ber system deposited more glyco-
saminoglycans than the other groups (Figure 2A).

Morphological changes of MSCs and safranin-O staining
results were also con�rmed by qRT-PCR experiments to
quantify the expression level of Sox9, which is one of the most
important early stage chondrogenic di�erentiation markers.33

Figure 3. Glycosaminoglycan deposition analyses. Representative images of safranin-O/fast green/hematoxylin staining and Alcian blue staining for
delayed degeneration groups (scale bars = 1 mm). Note that glycosaminoglycan deposition was observed as intense red color in safranin-O staining
images and observed as intense blue color in Alcian Blue staining images in NP and AF regions.
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